DETERMINATION OF ASBESTOS BY OPTICAL MICROSCOPY

The six kinds of asbestos can he distinguished from talc and from each

other by their refractive indices, other optical crystallographic properties
and morphology as determined with a polarizing- microscope. (ACAC 1970 36.541-
36.543). Talc occurs mainly in the form of thin plates, which may appear
fibrous when seen edgewise iIn microscopic view. Beta and gamma indices of
talc vary from about 1.575 to 1.590, beta being very close to gamma. All

of the principal refractive indices of chrysotile are less than 1.590. One
can, therefore, distinguish chrysotile asbestos from fibrous

looking talc particles in a 1.574 refractive index liquid, and the
amphibole types from talc in a 1.590 liquid. The accompanying table of
optical crystallographic properties for talc and the asbestos minerals

shows refractive indices which are usually encountered in these minerals,
but occasional samples may have indices which are somewhat higher or lower..
For practical measurement of optical properties shown in the table,

particles identified by this method should be at least 5 pm or longer.

Method

Weigh out 1 mg. of a representative portion of talc on each of two microscope
slides. Mix the talc with a needle to spread evenly over the suitable

area on one slide with a drop of 1.574 refractive index liquid, and then

the other with 1.590 liquid, ana place on each a square or rectangular

cover glass sufficiently large so that the liquid will not run out from

the edge (ca- 18 mm. square) and will provide a uniform particle distribu-
tion. Fibers counted by this method should meet the following criteria:

(@ length to width ratio of 3 or greater (b) length of 5 pm or greater

(©) width of 5>um or less. Count and record the number of asbestos fibers

found in each 1 mg. as determined from a scan of both slides with a



polarizing microscope at a magnification of approximately AGO X. In the

1.57A liquid, chrysotile fibers with iIndices less than 1.574 in both

extinction positions may be present; in the 1.590 liquid, amphibole types

of asbestos fibers with indices exceeding 1.590 in both extinction

positions®™ may be present. Check extinction and sign of elongation for tentative
idcntification. For specific identification of asbestos fibers,

make additional mounts in appropriate refractive index liquids, and refer

to the optical crystallographic data in the table.

When the count of asbestos fibers reaches 150 per mg, stop at a suitable
location on the slide and estimate total number of asbestos fibers on
slide by a factor calculated from the total area of slide diviaed by the area

actually counted.
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Substance

Actinolite

Amosite

Anthophyllite

Chrysotile
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