
Hooker Chemical
PLASTICS DIVISION
P O Box D 
Perryville MD 21903 
301 / 939-5000

TO P J FOLEY

FROM BEVERELY

DATE JANUARY 2, 1981

SUBJECT VAPOR MONITORING SAMPLES

Listed below are averages for vapor monitoring samples taken 
during the months of November and December 1980

POLY I POLY IJ

BUILDING BUILDING

14 8 hr - 84PPM 9 8hr - 1 03PPM

FIRST FLOOR FIRST FLOOR

2 8 hr - 46PPM 12 8hr - 10 34PPM

SECOND FLOOR THIRD FLOOR

15 8 hr - 56PPM 4 8hr - 1 58PPM

S DRYER CONTROL ROOM

4 8 hr - 02PPM 3 8 hr - 87PPM

E DRYER

7 8 hr - 14PPM

OCC 014728


