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October 14, 1975

BASF-WYANDOTTE 
Geismar, Louisiana

INDU3TR1AL

OCT 16 1S75
HYGIENE SECTION

ASBESTOS SAMPLES

Sample Total Fibers 
# on Filter

Liters Fibers >5 Microns
of air in length per ml of air

1 1370 480

2 1170 480

3 4133 480

4 897 437

5 6559 778

6 3001 772

7 229 758

8 1408 32

TFA/jc
75-060

0.0014

0.0012

0.0043

0.0010

0.0042

0.0019

0.0005

0.022

Certified by:

KEM-TECH LABORATORIES

'Thomas F. Airhart

16550 HIGHLAND ROAD, ROUTE 3 • BATON ROUGE, LOUISIANA 70808 • 504/766-3050


