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TALC ANALYSIS

CUSTOMER: Whittaker, ClarkS Daniels DATE: 10/13/77

REPORT NO. lfifn P.0. r e . R> Krammes ____  INVOICE NO. 35145

Sample no: 562M09 f " 562M50 ) 562M73

TREMOLITE
not detected not detected not detected

CHRYSOTILE
not detected 1.5% not detected

a -Q U A R T Z - fc 1% not detected 1.5%

CHLORITE
6.5% 1% 0.5%

DOLOMITE not detected 1.5% 1.5%

M AGN ESITE
not detected 1 2 % not detected

MICROSCOPY
R E Q U I R E D - - NO NO ' NO

FIBROUS *

8 S. MAPLE AVENUE MARLTON, NEW JERSEY 08053 (609) 983-3616
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