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INSULATION SAMPLES - AR 1552

Three insulation samples were received in Ziploc* plastic bags 
for analysis of fibrous components. Each bag contained one 
sample and was labeled. The fibrous components were analyzed by 
polarized light microscopy using dispersion staining. The 
results are as follows:

SAMPLE
NO. SAMPLE LABEL FIBROUS COMPONENTS

1

2

Intermediate Return Plenum 
(Air Addition)

Asbestos (Chrysotile) 
Mineral Wool

Dry End Return Asbestos (Chrysotile) 
Mineral Wool

3 Dry End Exhaust Duct Work Asbestos (Chrysotile)
Mineral Wool
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