
ASBESTOS TESTING INC.
5205 NOYES AVE. ■ CHARLESTON, WV 25304 • (304) 925-6795

November 28, 1986

Mr. Erik Osby 
Industrial Hygiene Dept.
Union Carbide Corp.-Institute Plant 
P.0. Box 2831 
Charleston, WV 25330

The following analysis result pertains to a bulk insulation 
received 11/26/86. Please note that all bulk insulation 
samples are analyzed in accordance with EPA recommendations 
concerning the analysis of bulk materials for asbestos 
using Polarized Light Microscopy.

ANALYSIS RESULT

Sample #1

Insulation from pipe rack north of 
MCB unit (old TDI residue lines)

N . D.-Asbestos 
10%-Mineral Wool 
90%-Polyisocyanate

Respectfully submitted.

tohn S. Ferrell 
Industrial Hygienist

N.D. denotes "None Detected".
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