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The customer Is currently using th is asbestos in an instant paper-mache product. Due * to health regulations Imposed by certain states, the asbestos must be removed from the formulation, and preliminary testing has Indicated Attasorb RVM to be a close product in meeting th is demand. However, the customer would like a product a t least coarser in particle size. Please evaluate this sample for the following:
t) Approximate particle size 
2) Absorbtivlty

Perhaps Jim Poion or someone in Research could offer a suggestion as to a possible existing product which would meet the requirements for a coarse white cream colored Attapuigite d ay . Since price is no problem according to the customer, perhaps we could\  develop a special grade u tiliz ing  either by-products of our current production or even 
P new grade for this account, yje are open to any suggestions.
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Four samples were prepared as 50/50 mixtures with the paper reach e using! edbestos, 
Attasorb- EW, Attacl&yi and Attsclay X-25tJ. The savvies were mixed using a food 
blender. The customer stated that when Attasorb RVM was tried that separation was 
evident. We did not rind any separation occuring iHth any of the samples. In fact, 
the samples prepared with the Attepulgites seemed to be more hoajeganeous than that
prepared with the asbestos. On the other hand, the bulk volu&e ■ seemed to decrease 
in the order of asbestos, Attsorb, Attaelay, and Att&cley X-250, ‘ Perhaps, I f the
blender operation wore improved by the customer, a more hoüiogenoouc 
separation would oceor. \  4 ĝgg
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