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ASBESTOS TESTING INC.
5207 NOYES AVE. • CHARLESTON, WV 25304 (304) 925-6795 jV[ay

Erik A. Csby 
Industrial Hygiene Dept. 
Union Carbide Corporation 
P.C. Bex 2831 
Charleston, W.V. 25332

27, 1986
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The following bulk asbestos analysis results pertain to 
samples received 5/22/36. Respective sample.results and locations 
are listed below. All bulk asbestos samples are analyzed ner 
E°A recommendations concerning bulk asbestos analysis using 
polarized light microscopy.

ANALYSIS RESULTS

Sample #1 

Yellow Insulation

C.
Sample #2 

C-ray Insulation

v Sample #3

^ Insulation #12,
- Boiler, #2 steam plant

0^-Asbest os 
2^-Mineral Wool 

98^-Foam Glass

10^-Asbestos
( 5’^-Amosite)
( 5'^-Chrysoti le ) 

90$-Clay

5$-Asbestos (Atnosite) 
95$-Filler Binder
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,^/Gohn S. Ferrell

Industrial Hygienist
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ASBESTOS TESTING INC.
5207 NOYES AVE. • CHARLESTON, WV 25304 (304) 925-6795

SCHEDULE OP FEES

♦Bulk Asbestos Analysis; 1-9 samples $30.00/sample 
(cumulative weekly rate) 10-19 samples $25 - 00/sample

20 or more $20.00/sample

♦Airborne Asbestos Analysis: 1-9 samples $20.00/sample
(cumulative weekly rate) 10 or more $15. 00/sample

♦Consultation Rates; $40.00/hour (daily rates are available
upon request)
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