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There we*Te|*noC visible fiber*" detected In any of the three air samples 
taken in|gja^gcnIhe-shop at Traveiei^Rest.\ - , ;'-hp£..; ••
The bulK^HHDpw analysis revealed chrysotile asbestos fibers to be well 
distributed throughout the spray-coated wall materials.
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Since the wall coating material is flaking in most locations. I still believe 
there should be cause for concern. -
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