
A i' i a : , -r_._ i-iiooi g___
rile
Mr : J.C. KoodrufT

Product

Remarks Geritola Chemical
U/t CtCf

LABORATORY REPORT

Three samples of talc from Carbola Chemical were brought in by 
Mr. Woodruff to be tested. The results of these tests are as follows
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Loose Bulk 28.3 32.6 27.2

Brightness 34 92 92

Tapped Bulk 62.4 64.0 64,0

Hegman Fineness 0 0 1.5

Oil Absorption 21.6 19.8 21.6

pH 9.3 9.5
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