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OFFICE MEMO TENNECO CHEMICALS, INC.

H.B. Carr . at Burlington

H.R. Horton at Burlington

Raw Materials Received Report 
Burlington Plant 
August, 1973

Date September 11, 1973

Copy to R. S. Cole
M. Freifeld 
F.W, Kanzler 
R. A. Lojewski 
R.D. Richards 
P. R, Scarito 
AjC. Siegel 

-MTs. Wilkonfold— 
File

Raw materials received other than MVC are listed in Table I.

MVC received from Tenneco is listed in Table II.

MVC received from suppliers other than Tenneco is listed in Table III.

H. R. Horton

Attachments (3). 
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TABLE I

Date Vendor
Lot No.
Car No. Material Specification Testing Disposition

8/5 USI Chem. 394852 MV Ac IS Approved

8/6 Atlantic Gelatin 7315501 Rozic OS (high metal) Rejected. Accepted 
of plant needs.

because

8/6 Atlantic Gelatin 7315302 Colic I OS (high metal) Rejected. Accepted 
of plant heeds.

because

8/8 Henkel, Inc. 9843 DHW-80 IS Approved

8/9~ Union Carbide 6062 MV Ac IS Approved

8/13 EXXON - Tridecanol IS Approved

8/15 Borden 48790 MV Ac IS Approved

8/17 PPG - TCE IS Approved

8/17 Henkel, Inc. N-7095 Avirol P0L-1-N OS (low Brookfield) Rejected. Accepted 
of plant needs.

because

8/17 Atlantic Gelatin • 7314802 Rozic OS (high metal) Rejected. Accepted 
of plant needs.

because

8/17 Atlantic Gelatin 7315301 Colic I OS (high metal) Rejected. Accepted 
of plant needs.

because

8/22 DuPont

t

9-9097 Elvanol 50-42G OS (low pH) Rejected. Accepted 
of plant needs.

because

8/23 Celanese 2209 MVAc IS Approved

8/23 Atlantic Gelatin 7321601 Rozic OS (high metal) Rejected. Accepted 
of plant needs.

because

8/23 Atlantic Gelatin 7321703 Colic I OS (high metal) Rejected. Accepted 
of plant needs.

because

8/23 Luc idol MMGU022 Lupersol 223M IS Approved
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Page 2

Date Vendor
Lot No.
Car No. Material

8/23 Luc idol MMGU091 Lupersol 223M

8/23 Luc idol MMGU092 Lupersol 223M

8/23 Lucidol MMGU101 Lupersol 223M

8/23 Luc idol MMGU102 Lupersol 223M

8/23 Luc idol MMGP231 Lupersol 223M

8/23 Luc idol MMGP262 Lupersol 223M

8/23 Lucidol MMGP281 Lupersol 223M

8/24" Stepan Chem. L-3-70827 Ninol 1281

8/24 Henkel, Inc. 9908 DHW-80

8/27 Dow 1511250 Methocel 100 cps

8/27 Colloids, Inc. 1246 Colloids 581B

8/28 Union1' Carbide 22363 MV Ac

8/28 Atlantic Gelatin 7323301 Rozic

8/28 Atlantic Gelatin 7323401 • Colic I

8/29 Dow QP280734-F Methocel 100 cps

8/29 Dow MM071831-K Methocel 100 cps

8/30 Dow MM071733-K Methocel 100 cps

Specification Testing Disposition ^

IS Approved

IS Approved

IS Approved

IS Approved

IS Approved

IS Approved

IS Approved

IS Approved

OS (high pH) Rejected. Accepted because 
of plant needs.

OS (high metal) Rejected. Accepted because 
of plant needs.

IS Approved

IS Approved

OS (high metal) Rejected. Accepted because 
of plant needs'.

OS (high metal) Rejected. Accepted because 
of plant needs.

OS (high metal) Rejected. Accepted because 
of plant needs.

OS (high metal) Rejected. Accepted because 
of plant needs.

OS (high metal) Rejected. Accepted because 
of plant needs.






