
ES LABORATORIES
8 S. Maple Ave. 

Marlton, N. J.

CHEMICAL ANALYSES 609 - 983-3616

CUSTOMFR- WIlittaker'. Daniels p n Re: letter ofCUSTOlylER. g Clark, Inc. P,0 'Geo. Dippold DATE' 6 -1 2 - 7 2

MATERIAL SUBfvl¡TIED; (3 ) Talc Samples DATE RECEIVED: 5 ^2 3 - 7 2

REPORT NO: WDC 6 /7 2 - 1  INVOICE NO: , 11+28 DETERMINATIONS AS: present '

PHASES
ELEMENT

# 2 7 5 5 #if6 0 9 (/ # 4 6 1 5

Talc 9 3 1 8 6 % 8 6 %
Chlorite 2% 4 % - 1 %
Dolemite — 1 % 5 %
Phlogopite ‘2 % 2 % 1 %
a Quartz 2 % 1 %

Clino Chrvsotil«: <1% 1 % 3 %
Anthophvllite 3.%

Magnesite __ 5 % <1 %
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TALC ANALYSIS (ASBESTOS)

PRODUCT NUMBER 

PRODUCT ORIGIN

/ ¿ / S

DATE ßcorU' /3s t
■ á ¿ ¿ l  £  A / / ^ 7LAB. REPORT NO, ‘ 

CODE IDENTIFICATION

PRODUCT LOT NO.

WORK PERFORMED BY

INVOICE NO.

X-RAY DIFFRACTION ANALYSIS (PERCENT)

TREMOLITE - /V.1
CHYSOTILE l
ALPHA QUARTZ 1
CHLORITE

DOLOMITE l
.MAGNESITE s

ND ' NON-DETECTED

CURVE FILED IN FOLDER NO.
&


