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VINYL CHLORIDE MONOMER ANALYSES ON RESINS

VYGEN
INHERENT
VISCOSITY

EARLY
1974

JULY
1974

JANUARY
1975

50 0.60 3000 300 40

65 0.70 2500 200 25

85 0.80 2000 150 18

105 0.90 1200 125 13

107 0.95 1100 100 10

110 1.00 850 70 7

120C 1.10 650 60 5

12 OE 1.10 425 40 4

302 0.80 580 30 ND to 3

305 0.90 300 20 II

310 1.00 250 12 II

313 1.15 120 8 II
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