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Bell Laboratories
600 Mountain Avenue 
Murray Hill, New Jersey 07974 
Phone (201) 582-3000

January 20, 1963

Hr. Jack O'Brien 
:;ew York Telephone 
Roorr. IrbO
2 Pennsylvania Plaza 
Yew York, K. Y. 10121

Dear Jack:

Here are the results for your bulk samples of sprayed-on 
insulation taken January ^, 1983 from 111 Livingston 
Street, rooklyn.

The two samples were analyzed for asbestos content by 
noiarizea light microscopy at Bell Laboratories.

Ground Floor Some asbestiform, birefrinrent fibers
Sample with low relief were seen. Dispersion

staining in a medium of-l.ooC refrac­
tive index indicated the presence of 
the chrysotile form of asbestos.
Kcst of the sample is crystals and 
glass fibers.

Very few asbestiform birefringent fibers 
with low relief were seen. Dispersion 
staining indicated the presence of 
chrysotile. The remainder of she sample 
is crystalline.

If ycu have any questions, please call me at (201)-582-7519.
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Copy to
G . H . Co11ings, Jr., M. D. 
?. K. Stark - NYT
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R. W. 5tone, M. D.
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