
CM

IMUS
CORPORATION

LABORATORY SBWCEB OROLf>
BOO QEMN AVENUE 
HOUSTON. TX 77000

7i3-aao^eio

RBMrrTOi
NUS CORPORATION 
P-O. BOX 030S3B
SAI.TMORE. ILO aiaososas

LABORATORY ANALYSIS REPORT

Nove*er 08. 1990 
Report No.: 00006872

Section A Page 110

CLIENT NAME: UNION CARBIDE CORP. 
ADDRESS: STAR ROUTE.BOX 90

BROWSVILLE. TX 78521- 
ATTENnON: BELIA CORTEZ

PLAINTIFF’S EXHIBIT

UC-1924

NUS CLIENT NO: 0254 0032 
HORK ORDER NO: 55680 

VENDOR NO:

SAHPLE ID: 2 
NUS SAIffLE NO: H0143900

DATE SAMPLED: 
DATE RECEIVED: 

APPROVED BY:

24- 0CT-90
25- 0CT-90
3 Hogan-Steldon

TEST
LN CODE DETERMINATION RESULT. . UNITS

1 P8ULK ASBESTOS BY PLM by EPA-600/H4-82-020 Positive

COfflENTS: Contains 5-10Z Chrysotlle. Also Contains Glass Fiber.

BRD 1318



P-O. BOX 03083B 
BAL-nMOnS. N*3 BIBSaoese

1

H

NUS
corporation

1

LABORATORY BERVCeS OROU* 
aCCSEMNAVBU 
HOuerTON. tx 7TOBB

naioaigio

LABORATORY ANALYSIS REPORT

Novetfcer 08 > 1990 
Report No.: 00006873

Section A Page 1

CLIENT NAME: UNION CARBIDE CORP. 
ADDRESS: STAR R0UTE.80X 90

8R0WCVILLE. TX 78521-

NUS CLIENT NO: 0254 0032 
WORK ORDER NO: 55680 

UEMH3R NO:
ATTENTION: BELIA CORTEZ

LN CODE OETERNINATION RESULT UNIT

1 PBULK ASBESTOS BY PLH by EPA-600/N4-82-020 Positive

CONNENTS: Contains 2-5Z Aaoslte and 20-30Z Chrysotlle. Also Contains Mineral Wool.

NUS-100 (REV. 3/90)

Halliburton Company
:a 3 nal

BRD 1319



*

NUS
CORPORATION

LABORATORY SERVICES GROUP 
900 OEMM AVENUE 
HOUSTON. TX 77008

NUS CORPORATION 
PO. BOX B30B3B 
BALTMORB. MO aiSS3-OB3Q

LABORATORY ATOLYSIS REPORT

Novwfcer 08. 1990 
Report No.: 00006873

Section A Page 2

CLIENT NATE: UNION CARBIDE CORP. 
ADDRESS: STAR R0UTE.80X 90

BROWNSVILLE. TX 78521- 
ATTENTION: BELIA CORTEZ

NUS CLIENT NO: 0254 0032 
WORK ORDER NO: 55680 

VENDOR NO: -

SATPLE ID: B2 
NUS SAMPLE NO: H0144297

DATE SAtPLED: 
DATE RECEIVED: 

APPROVED BY:

26-0CT-9O 
29-0CT-90 
3 Hogan-Sheldor

TEST 
LN CODE DETERMINATION RESULT UNITS

1 PBULK ASBESTOS BY PUI by EPA-600/M4-82-020 Positive

COMMENTS: Contains 2D-30Z Aaoslte and 2-5Z Chrysotlle.

Halliburton Company
NUS-100 (REV. 3/90)

BRD 1320



PBIMUS
_ I CORPORATION

LABORATORY ANALYSIS REPORT

CLIENT NMC: UNION CARBIDE CORP. 
ADDRESS: STAR ROUTE,BOX SO

BROWSVILLE. TX 78521- 
ATTENnON: 8ELIA CORTEZ

SATPLE ID: B3 
NUS SAfPLE NO: H0144298

no-^eo-inio

Nove*er 08, 1990 
Report No.: 00000873

Section A Page 3

NUS CLIENT NO: 
WORK ORDER NO: 

UETOOR NO:

0254 0032 
55680

DATE SAMPLED: 26-0CT-90 
DATE RECEIVE^ 29-0CT-90 

APPROVED BY: J Hogan-Sfteldon

LN
TEST
CODE DETERMINATION RESULT UNITS

1 PBULK ASBESTOS BY PIN by EPA-600/H4-82-020

COMMENTS:-■ Contains 2-52 Chrysotlle. Also Contains Mineral Wool.

Positive

NUS-100 (REV. 3(90)

Halliburton Company

BRD 1321



NUB CORPORATION
PXl BOX B30B9B
BALTMQPB. MD S1SB3083BNUS

CORPORATION

laboratory services orciur 
■BOO SEMN AVENUE 
HOUSTON. TX T7OO0

713-Aaa^iaio

LABORATORY ANALYSIS REPORT

NOVMber 08, 1990 
Report No.: 00000872

Section A Page 49

CLIENT DWC: UNION CARBIDE CORP. 
ADDRESS: STAR ROUTE,BOX 90

BROWNSVILLE, TX 78521 
ATTENTION: BELIA CORTEZ

NUS CLIENT NO: 0254 0032 
WORK ORDER NO: 55680 

VENDOR NO:

SAMPLE ID: 100A 
NUS SMPLE NO: H0143839

DATE SAfPLED: 24-QCT-90 
DATE RECEIVED: 25-0CT-9O 

APPROVED BY: I Hogan-Sheldon

TEST
LN CODE DETERMINATION RESULT UNITS

1 PBULX ASBESTOS BY PLM by EPA-600/N4-82-020 Positive

COWENTS: Contains 45-55Z A*>slte and 5-10Z Chrysotlle.

'T OP.CNUS-100 (REV. 3/90)

>A Halliburton Company



1

i* «'
LABORATORY SERVCBB GROUP 
aOOGEMMAVBAJE

NUS CORPORATION
PA BOX B30B3B
BALmrfOflfi. MO aisea-oeaaNUS

____ I___ CORPORATION

LABORATORY ANALYSIS REPORT

7i3-aa»8io

November 08. 1990 
Report No.:. 00006872

Section A Page 50

CLIENT NATE: UNION CARBIDE CORP. 
AD0RESS: STAR ROUTE.BOX 90

BROWNSVILLE. TX 78521 
ATTENTION: BELIA CORTEZ

NUS CLIENT NO: 0254 0032 
WORK ORDER NO: 55680 

VEWOR NO:

SAMPLE ID: 1008 
NUS SAMPLE NO: H0I43840

DATE SAFFLED: 
DATE RECEIVED: 

APPROVED BY:

24- 0CT-90
25- 0CT-90
3 Hogan-Sheldon

TEST 
LN CODE DETERMINATION RESULT UNITS

1 PBULK ASBESTOS BY PLH by EPA-600/N4-82-020 Positive

C0F1ENTS: Contains 45-55Z Aaoslte and 5-102 Chrysotlle.

Halliburton Company
NUS-100 (REV. 3/90)

BRD 1323



800 GEMN AVENUK 
HOUSTON. TX 77008

713 H8B 1810

Novnber 08> 1990 
Report No.: 00006872

Section A Page 51

' yKIpw-

NU5
---LJ CORPORATION

LABORATORY MALYSIS REPORT

CLIENT WC: UNION CARBIDE CORP. 
AOORESS: STAR ROUTE.BOX 90

BRONNSVILLEi TX 78521 
ATTENTION: BELIA CORTEZ

NUS CLIENT NO: 0254 0032 
WORK ORDER NO: 55580 

VENDOR NO:

SAMPLE ID: 1000 
NUS SttPLE NO: H0143841

DATE SAILED: 24-0CT-90
DATE RECEIVED: 25-0CT-90 

(moUED BY: i Hogan-Shel<*x

TEST 
LN CODE DETERMINATION RESULT UNITS

1 PSULK ASBESTOS BY PUI by EPA-500/N4-82-020 Positive

COfflENTS: Contains 45-35Z Aaosite.

NUS-100 (REV. 3/90)

Halliburton Company



■k-

mNus
------ 1— CORPORATION

UaCRA-TORT SEPtvCEB GROUP 
BaosoMAva«je
HOUSTON, TX 77000

713-4804010

MMrrroi
NUB CGRPCRATON
pa. box aaoeaa
BALTTMOne. MO 01003-0030

LABORATORY ANfl.YSIS REPORT

Novnber 08, 1990 
Report No.: 00006872

Section A Page 55

CLIENT NANE: UNION CARBIDE C0RP. 
ADDRESS: STAR ROUTE.BOX 90

BROWNSVILLE. TX 78521- 
ATTENTION: BELIA CORTEZ

NUS CLIENT NO: 0254 0032 
WORK ORDER NO: 55680 

VEHXH NO:

SAMPLE ID: 1018 
NUS SAWLE NO: H0143845

DATE SAMPLED: 24-0CT-90 
DATE RECEIVED: 25-0CT-90 

APPROVED BY: J Hogan-Sheldon

TEST 
LN CODE DETERMINATION RESULT UNITS

1 PBULK ASBESTOS BY PLM by EPA-600/H4-82-020 Positive

COttENTS: Contains 45-55Z Aaoslte and 2-5Z Chrysotlle.

Halliburton Company
■I - c'iT Z = !C ‘i -LNUS-1X (REV. 3/9Q)

BRD1325



LABORATORY 8ERVGES GROUP 
800 GEfvWsI AVENUE

NUS CORPORATION
PO. BOX 830838
BALTIMORE. MO 81883*0838NUS

CORPORATION
713-48B-1B10

LABORATORY AWLYSIS REPORT

N0VMber 08. 1090 
Report No.: 00008872

Section A Page 56

CLIENT NAME: UNION CARBIDE CORP. NUS CLIENT NO: 0254 0032
ADDRESS: STAR ROUTEiBOX 00 WORK ORDER NO: 55680

BROWSVILLE. TX 78521- MENDOR NO:
ATTENTION: BELIA CORTEZ . * "

SAMPLE ID: 101C DATE SAfPLED: 24-0CT-90
IS SAMPLE NO: H0143846 DATE RECEIVED: 25-OCT-0O

APPROVED BY: 3 Hogan-SMeldon

TEST 
LN CODE DETERMINATION RESULT UNITS

1 PBULK ASBESTOS BY PLM toy EPA-600/H4-82-020 Positive

COltENTS: Contains 2-5Z Chrysotlle. Also Contains Glass Fiber.

NUS-100 (REV. 3190)
iA Halliburton Company

BRD 1326



h-

NUS
CORPORATION

LABORATORY 6B=MCEB GROUP 
BOO GEMTM AVENUE 
HOUSTON. TX 7709B

713-aae-tBio

NUS CORPORATION
PC BOX S30S3S
BALTIMORE. MO 81003-0038

LABORATORY ANALYSIS REPORT

NovHber 08. 1000 
Report No.: 00006872

Section A Page 57

CLIENT NATE: UNION CARBIDE CORP. NUS CLIENT NO: 0254 0032
ADDRESS:

ATTENTION:

STAR ROUTE,BOX 00 
BROWSUILLE, TX 78521- 
BELIA CORTEZ —

MORK ORDER NO: 
VENDOR NO:

55680

SAfFLE ID: 102A DATE SAMPLED: 24-OCT-90
NUS SATPLE NO: H0143847 OATE RECEIVED: 

APPROVED BY:
25-OCT-0O
3 Hogan-Sheldon

TEST
U{ CODE DETERNINATION RESULT UNITS

1 PBULK ASBESTOS BY PU1 by EPA-600/H4-82-020 Positive

COftCNTS: Contains 30-40Z Aaoslte and 5-10Z Chrysotlle.

hv-
NUS-100 (REV. 3/90)

'A Halliburton Company
BRD 1327



BAL'nMORC, MO B1fiB3-OB3BfflNUS
------ I— corporation

LABORATORY SOTVCES GROUP 
BOO GEMPJ AVBAJE 
HOUSTON TX 77000

713 rtOQ ieio

LABORATORY ANALYSIS REPORT

Nove**r 08r 1990 
Report No.: 00000872

Section A Page 60

CLIENT Nffi: UNION CARBIDE CORP. 
ADDRESS: STAR ROUTE,BOX 90

BROWSVILLE, TX 78521- 
ATTENnON: BELIA CORTEZ

NUS CLIENT NO: 0254 0032 
WORK ORDER NO: 55080 

VEWOR NO:

SAMPLE ID: 103A
NUS SAMPLE NO: H0143850

DATE SAMPLED: 24-OCT-90 
DATE RECEIVED: 25-0CT-90 

APPROVED BY: 3 Hogan-ShelOon

TEST 
LN CODE DETERMINATION RESULT UNITS

1 PBUUC ASBESTOS BY PUI by EPA-600/H4-82-020 Positive

COMMENTS: Contains 4CH50Z Aaoslte.

NUS-100 (REV. 3/901

jA Halliburton Company
v-ii.

BRD 1328



• ~900 QSMN AVENUE 
HOUSTON, TX 77000

713 «ioo ieio

NUS CORPORATIONNUS
CORPORATION

LABORATORY AWLYSIS REPORT

P£1 BOX B30038 
OALTMOne. MO B18030330

Nove*er 08. 1990 
Report No.: 00006872

Section A Page 63

CLIENT NAIC: UNION CARBIDE CORP. 
ADDRESS: STAR ROUTE.BOX 90

BROWNSVILLE. TX 78521- 
ATTEHflON: BELIA CORTEZ

NUS CLIENT NO: 0254 0032 
HORN ORDER NO: 55680 

IENDOR NO:

SMPLE ID: 104A 
NUS SAIf>LE NO: H0143853

DATE SANPLED: 24-0CT-90 
DATE RECEIVED: 25-0CT-90 

APPROVED BY: 3 Hogan-Sheldon

TEST
LN CODE DETERHINATION RESULT UNITS

1 PBUUC ASBESTOS BY PLH by EPA-600/H4-82-020 Positive

COMMENTS: Contains 35-45Z Chrysotlle and 15-25Z Aaoslte.

NUS-100 (REV. 3/901

A Halliburton Company

BRD 1329



1

NUS
1 CORPORATION

NSMITTOi
LABORATORY* 86RVCE8 CROUP NUB CORPORATION
aoo ee^i AVBsajg p.o. box saoaaa
HOUSTON. TX 7/000 BALTNORfL MO 816030030

7i3-4aB^teno

LABORATORY ANALYSIS REPORT

NovMber 08* 1990 
Report No.: 00000872

Section A Page 64

CLIENT NAME: UNION CAR8IDE CORP. 
ADDRESS: STAR ROUTErBOX 90

BRCMCVILLE, TX 78521- 
ATTENTIONs BELIA CORTEZ

NUS CLIENT NO: 0254 0032 
WORK ORDER NO: 55680 

VENDOR NO:

SAIPLE ID: 1048 
NUS SAIFLE NO: H0143854

DATE SAIPLED: 24-0CT-90 
DATE RECEIVED; 25-0CT-90 

APPROVED BY: J Hogan-Sheldon

TEST 
LN CODE DETERNINATION RESULT UNITS

1 PBUUC ASBESTOS BY PU1 by EPA-600/N4-82-020 Positive

CCfTENTS: Contains 30-40Z Chrysotl le and 30-40Z Aaoslte.

Halliburton Company
NUS-100 (REV- S'SO)

BRD 1330



1

IMUS
CORPORATION

iwfctrr to»
LABORATORY SERVICES GROUP NUS CORRORATOV
soo gemm Avevue pa sox mnwas
HOUSTON. TX 770BB BALTIMORE. MO 8100343838

713-4S84B10

LABORATORY ANALYSIS REPORT

Novewer w». lvw 
Report No.: 00006872

Section A Page 68

CLIENT NAK: UNION CARBIDE CORP. 
ADDRESS: STAR ROUTE.BOX 90

BROWNSVILLE. TX 78521- 
ATTENTION: 8ELIA CORTEZ

NUS CLIENT NO: 0254 0032 
UORK ORDER NO: 55680 

VENDOR NO:

SAfPLE ID: 105C 
NUS SAMPLE NO: H01438S8

DATE SATPLED: 
DATE RECEIVED: 

APPROVED BY:

24- 0CT-90
25- 0CT-90
3 Hogan-Steldon

TEST
LN CODE DETERMINATION RESULT UNITS

1 PBULK ASBESTOS BY PU1 by EPA-600/H4-82-020 Positive

COfKNTS: Contains 30-40Z Aaoslte and 20-30Z Chrysottle.

Halliburton Company
NUS-100 (REV. 3flO)

BRD1331



LABORATORY SERVICES OROUP 
900 GSEMN AVENUE P O BOX 030030

713 HOP 1B1Q
BALTIVORe. NC BiaBBOSBB

LABORATORY ANALYSIS REPORT

Novnber 08* 1990 
Report No.: 00006872

Section A Page 70

CLIENT NATC: UNION CARBIDE CORP. 
AODRESS: STAR ROUTE.BOX 90

BROWNSVILLE. TX 78521- 
ATTENTION: BELIA CORTEZ

NUS CLIENT NO: 0254 0032 
WORK ORDER NO: 55680 

UEWOR NO:

SAMPLE ID: 105E 
NUS SAfPLE NO: H0143860

DATE SAtPLED: 24-0CT-90 
DATE RECEIWD: 25-0CT-90 

APPROVEDJBY: J Hogan-SbelOon

TEST 
LN CODE DETERNINATION RESULT UNITS

1 PBULK ASBESTOS BY PLfl by EPA-600/M-82-020 Positive

COflENTS: Contains 50-60Z cnrysotlle.

NUS-100 IFIEV. 3»0)

A Halliburton Company

BRD 1332

«*



*

MniirrTOi
LABORATGRV SERVICES GPOUP NUS COnPORATON
900 GEMM AVENUE P.Q BOX 630830
Houston, tx 77oaa BAunMona. wo aiass-osae

713-A8SHS10

LABORATORY ANALYSIS REPORT

NOvaNJer 08, 1990 
Report No.: 00006972

Section A Page 72

CLIENT NNC: UNION CARBIDE CORP. 
ADDRESS: STAR ROUTE,BOX 90

BROWNSVILLE, TX 78521 
ATTENTION: BELIA CORTEZ

NUS CLIENT NO: 0254 0032 
WORK ORDER NO: 55680 

VEHXJR NO:

SATPLE ID: 1068 
NUS SAMPLE NO: H0143882

DATE SAfPLED: 
OATE RECEIVED: 

APPROVED BV:

24- OCT-90
25- 0CT-90
3 Hogan-Sfteldon

TEST
LN CODE DETERMINATION RESULT HOTS

1 PBULK ASBESTOS BY PLA by EPA-600/H4-82-020 Positive

COWENTS: Contains 20-30Z Chrysotlle and 30-401 Aaoslte.

Halliburton Company
NUS‘100 (REV. 3/90)

BRD 1333



800 OEMN AVENUE 
HOUSTON. TX 77008

713 <ao icrio

NovnMT 06t 1990 
Report No.: 00000972

Section A Rage 92

n us
CORPORATION

LABORATORY ANALYSIS REPORT

CLIENT NAME: UNION CARBIDE CHRP. 
ADDRESS: STAR ROUTE.BOX SO

BROWNSVILLE> TX 78521- 
ATTENTION: BELIA CORTEZ

NUS CLIENT NO: 0254 0032 
WORK ORDER NO: 55880 

VENDOR NO:

SAIPLE ID: U1A 
NUS SAfFLE NO: H0143872

DATE SAMPLED: 24-OCT-OO 
DATE RECEIVED: 25-OCT-90 

APPROVED BY: 3 Hogan-Sheldon

TEST 
LN CODE DETERMINATION RESULT UNITS

1 PBULK ASBESTOS BY PLH by EPA-000/IM-82-020 Positive

CONTENTS: Contains 20-30Z Aaoslte. Also Contains Mineral Hool.

Halliburton Company

iatild
as*

mmrntm
BRD 1334



800 QEMNt AVB^UE

•yia HOP 1810

NU8 CORPORATION 
PA 80X030838NUS

CORPORATION
HOUSTON. TX 77088 BAL.’nMORE. MO 811

713 HOP 1810

LABORATORY AMLYSIS REPORT

MOVMbCr OB. 1990 
Report No.: 00006872

Section A Page 83

CLIENT NATE: UNION CARBIDE CORP. 
AOORESS: STAR ROOTE.BOX 90

BROHNSVILLE. TX 78521- 
ATTENnON: BELIA CORTEZ

NUS CLIENT NO: 0254 0032 
HORK ORDER NO: 55680 

VENDOR NO:

SAIPLE ID: 1UB 
NUS SAMPLE NO: H0143873

DATE SAIPLED: 24-OCT-90 
DATE RECEIVED: 25-OCT-OO 

APPROVED BY: 3 Hogan-Sheldon

TEST
LN CODE DETERMINATION RESULT UNITS

1 PBULK AS8EST0S BY PLH by EPA-600/M4-82-020 Positive

COMMENTS: Contains 30-402 Aaoslte and 20-302 Chrysotlle.

&
NUS-100 (BEV. 3/901

A Halliburton Company
BRD 1335



LABORATORY BERVCEB GROUP 
BOO GEMN AVENUE P.O. BOX 830030fflNUS

CORPORATION
BALTtwone. mo at BB&aeaa

713 <1001810

LABORATORY ANALYSIS REPORT

NOVNMT 08. 1890 
Report NO.: 00006872

Section A Page 84

GUENTNME: UNION CARBIDE CORP. 
ADDRESS: STAR RQUTE.BOX 90

BROWSVILLE. TX 78521- 
ATTENTION: DELIA CORTEZ

NUS CLIENT NO: 0254 0032 
WORK ORDER NO: 55680 

VENDOR NO:

SAIffLE ID: U1C 
NUS SAMPLE NO: H0143874

DATE SAIFLED: 
DATE RECEIVED: 

APPROVED BY:

24- OCT-90
25- OCT-80
3 Hogan-Sbeldon

TEST
fcN CODE DETERMINATION RESULT UNITS

I PBULK ASBESTOS BY PLM by EPA-600/H4-82-020 Positive

COfflENTS: Contains 2-5Z Anoslte and 4O-50Z Chrysotlle.

too trev. areo>

Halliburton Company
BRD 1336



iC 11 V.*-sL

IMUS
____I___ CORPORATION

laboratory servos oroup
BOO Oa*l AVENUE 
HOUSTON, TX 770BB

TIB-ABB-ISIO

MMTTOl
NUB CORPORA TON 
P.O. BOX S30B30 
BALTIMORE. MO RISS»OB3a

LABORATORY ANALYSIS REPORT

Novnfter 06> 1990 
Report NO.: 00006872

Section A Page 85

CLIENT NAME: UNION CARBIDE C0RP. 
ADDRESS: STAR R0UTE.B0K 80

BROWSVXLLEp TX 78521 
ATTENTION: DELIA CORTEZ

HUS CLIENT NO: 0254 0032 
HORK ORDER NO: 55680 

1EW0R NO:

SAfFLE ID: 1110 
MIS SAfFLE NO: H0143875

DATE SAMPLED: 24-0CT-90 
DATE RECEIVED: 25-0CT-90 

APPROVED BY: 1 Hogan-Sheldon

TEST
tit CODE 0ETEMHNATI0N RESULT UNITS

1 PBULK ASBESTOS BY PUI by EPA-600/H4-82-020 Positive

COWENTS: Contains 40-502 Aaoslte.

NUS-100 (REV 3190)

iA Halliburton Company
BRD 1337



rJus-uu <hcv:

NUS
CORPORATION

LABORATORY SERVKZB QROUP 
SGOSEMNAVENUS 
HOUSTON. TX 770BB

713-ASa-ISlO

NU8 CORPORATION 
PO.0OXB3OO3Q 
BAL-nMORE. KKJ BTBe

LABORATORY ANALYSIS REPORT

Nove*er oe> imo 
Report No.: 00008872

Section A Page 88

CLIENT NAME: UNION CARBIDE CORP. 
ADDRESS: STAR ROUTE.BCK BO

BROWNSVILLE' TX 78521- 
ATTCNTION: BELIA CORTEZ

NUS CLIENT NO: 0254 0032 
WORK ORDER NO: 55880 

VEHJCR NO:

SAMPLE ID: 111E 
NUS SAMPLE NO: H0143876

DATE SATPLED: 
DATE RECEIVED: 

APPROVED BY:

24- OCT-90
25- OCT-BO
3 Hogan-Sheldon

TEST
LN CODE DETERMINATION RESULT UNITS

1 P8ULK ASBESTOS BY PLH by EPA-flOO/fW-82-020 Positive

COMMENTS: Contains 5-10Z Aaoslte. Also Contains Glass Fiber and Mineral Wool.

i
Halliburton Company

NUS'lOQ (REV 3/90) BRD 1338



NUS
CORPORATION

LABORATORY SSMCES ORCXJP 
OOO GEK/N AVENUE 
►CUSTOM TX 77008

713-48B'IB10

RBMTT TOi
NUB CORPORATION 
PO. BOX B3CB3S 
BALTIMORE. MO 81Bn3-OB3a

LABORATORY ANALYSIS REPORT

Noveritwr 08> 1990 
Report NO.: 00000872

Section A Page 87

CLIENT NAME: UNION CARBIDE C0RP. 
ADDRESS: STAR R0UTE.80X 90

BROWNSVILLE. TX 78521- 
ATTENTION: BELIA CORTEZ

NUS CLIENT NO: 0254 0032 
WORK ORDER NO: 55680 

VENDOR NO:

SAIPLE ID: 112A 
NUS StfPLE NO: H0143877

DATE SAMPLED: 24-0CT-90 
DATE RECEIVED: 25-0CT-90 

APPROVED BY: J Hogan-Sheldon

TEST
LN CODE DETERNINATION RESULT UNITS

1 P8ULK ASBESTOS BY PLH by EPA-600/N4-82-020 Positive

COmENTS: Contains 35-45Z Anslte.

NUS-IOO (REV- 3,901
Halliburton Company

BRD 1339 *



-r*x -

NUS
CORPORATION

LABORATORY BEFfACBB GROUP 
BOO QSMN AVENUE

yin noo taio

■BMrrTtk
nue connonATON
PO. BOX 030*30
BAunvcnE. no oiao»oaaa

LABORATORY ANALYSIS REPORT

Novetter 08> 1990 
Report No.: 00000872

Section A Page 90

CLIENT NAME: UNION CARBIDE CORP. 
ADORESS: STAR ROUTE,BOX 90

BR0M6VILLE. TX 78521 
ATTENTION: BELLA CORTEZ

NUS CLIENT NO: 0254 0032 
WORK ORDER NO: 55880 

VOCOR NO:

SWPLE ID: 113A 
NUS SAMPLE NO: H0143880

DATE SAMPLED: 24-0CT-90 
DATE RECEIVED: 25-0CT-90 

APPROVED BV: 3 Hogan-Steldon

TEST 
LN CODE DETERMINATION RESULT UNITS

1 PBULK ASBESTOS BY PLM by EPA-800/M4-82-020 Positive

COHKNTS: Contains 40-5QZ Anoslte.

NUS-IOO (HEV. 3/90)
o'A Halliburton Company

£\~ Z° L

BRD 1340



LABORATORY BERVEEB OROUP 
BOO OEMM AVENUE 
HOUSTON. TX 77000

NUO OCRPORATDN
PX3. BOX 930039 
BALTIMORE. MO 01983-0839

LABORATORY ANALYSIS REPORT

Novnber 08. 1980 
Report No.: 00000872

Section A Page 91

CLIENT NAHEt UNION CARBIDE CORP. 
ADDRESS: STAR ROUTE,BOX 90

BROWNSVILLE, TX 78521- 
ATTEHTION: BELIA CORTEZ

NUS CLIENT NO: 0254 0032 
WORK ORDER NO: 55680 

VENDOR NO:

SAtFLE ID: 1138 
NUS SAMPLE NO: H0143881

DATE SAMPLED: 24-0CT-90 
DATE RECEIVED: 25-OCT-90 

APPROVED BY: J Hogan-Sheldon

TEST 
LN CODE DETERMINATION RESULT UNITS

1 P6ULK ASBESTOS BY PLM by EPA-600/N4-82-020 Positive

COMMENTS: Contains 40-5QZ Anosite.

NUS-100 (B6V- 3'901
iA Halliburton Company

BRD 1341



NUB GORPORATDNNUS
I CORPORATION

LABORATORY 8ERVCES GROUP 
aOOGEMN AVENUE RO. BOX *30030
HOUSTON. TX 77OB0 BALTIMORE. MO 01003-0030

71»ASS'IB10

LABORATORY MALYSIS REPORT

November 06, 1890 
Report No.: 00006872

Section A Page 82

CLIENT NNC: UNION CARBIDE COUP. 
ADDRESS: STAR R0U1E.B0X 80

BROMSVILLE, TX 78521- 
ATTENnON: BELIA CORTEZ

NUS CLIENT NO: 0254 0032 
HORN ORDER NO: S5680 

VENDOR NO:

SATPLE ID: 113C 
NUS SAMPLE NO: H0143882

DATE SAfPLED: 
DATE RECEIVED: 

APPROVED BY:

24- OCT-90
25- OCT-90
3 Hogan-Sheldon

TEST
U< CODE DETERMINATION RESULT UNITS

1 FfiULK ASBESTOS BY PLH by EFA-600/N4-82-020 Positive

COMMENTS: Contains 35-45Z Chrysotlle.

NUS-1X (REV. 3/90)

Halliburton Company
BRD 1342



BOO gemni avenue 
HOUSTON. TX 77000

713 iBQ 1»0

PO BOX 030836
baltmopb. mo eioeaoesaIMUS

CORPORATION

LABORATORY ANALYSIS REPORT

Mxmber 09. I860
Report No.: 00006872

Section A Page 8

CLIENT NAME: UNION CAR8IDE CORP. 
ADDRESS: STAR ROUTE.BOX 90

BROWSVIUE. TX 78521- 
ATTENTION: BELIA CORTEZ

NUS CLIENT NO: 0254 0032 
HORK ORDER NO: 55680 

VENDOR NO:

SAMPLE ID: 200 
NUS SAMPLE NO: H0143796

DATE SAMPLED: 24-OCT-90 
DATE RECEIVED: 25-OCT-90 

APPROVED BY: R Mayo

TEST
L« CODE DETERMINATION RESULT UNITS

1 PBULK ASBESTOS BY PLM by EPA-600/JM-82-020 Positive

COfflENTS: Contains 2-5Z Chrysotlle. Also Contains Cellulose Fiber.

aeus-Shhi100 (REV. 3/901

Halliburton Company
BRD 1343



NUS-100 (REV. 3*|

aNUS
CORPORATION

MMTIQi
LABORATORY SERVCEB GROUP NUB CORPORATX3N
BOO QSMN AVENUE PA BOX BROB3B
HOUSTON. TX 77000 BALTMORE. MO SrtB03-OB3S

713-aaa^ieio

LABORATORY ANALYSIS REPORT

CLIENT NME: UNION CARBIDE CORP. 
ADDRESS: STAR ROUTE,BOX BO

BRM6VIUJE' TX 78521- 
ATTENTION: BELIA CORTEZ

SAMPLE ID: 201 
NUS SATPLE NO: HD143797

NovMber 08. 1900
Report No.: 00006872

Section A Page 9

NUS CLIENT NO: 0254 0032
WORK ORDER NO: 95680

VENDOR NO:

DATE SAMPLED: 24-OCT-fiO
DATE RECEIVED: 25-0CT-90

APPROVED BY: R Mayo

TEST
LN CODE DETERMINATION RESULT UNITS

1 PBULK ASBESTOS BY PU1 by EPA-600/N4-82-020 Positive .

COffEHTS: Contains 35-45Z Aaoslte and 10-20Z Chrysotlle.

NUS-100 ("EV OTO)
oA Halliburton Company

BRD 1344



LABORATORY 8ERVCES GROUP 
BOOGEMNAVBAJE

NUB CORPORATIONIMUS
CORPORATION

HOUSTON. TX 770SB
713-4S»>ieiO

pnaoxi
BAL.TMOPE. NO 81BS3-OS3C

LABORATORY ANALYSIS REPORT

mvomtr oe, idw

Report No.: 00006872
Section A Page 10

CLIENT NAME: UNION CARBIDE COOP. NUS CLIENT NO: 0254 0032
AODRESS: STAR ROUTE.BOOC 90 HORN ORDER NO: S5680

BRONNSVIUE. TX 78521- VENDOR NO:
ATTENTION: BELIA CORTEZ .....

SAMPLE ID: 202 DATE SAILED: 24-OCT-flO
NUS SAWIE NO: H01437B8 DATE RECEIVED: 25-0CT-90

APPROVED BY: R Rayo

TEST 
LN COOE DETERHINATION RESULT UNITS

1 PBULK ASBESTOS BY FIJI by EPA-600/H4-B2-020 Positive

COtKKTS: Tile Nonflbrous. Nastlc Contains 2-5Z Chrysotlle.

Halliburton Company
•too <kev. a*o> BRD1345



NUS
CORPORATION

LABORATORY SERVICES GROUP 
BOO GEMTJ AVENUE 
HOUBTOM TX 770SB

713-ABB-TBIO

MHMTTTOt
NUB CORPORATION
po. box eacese
BAL.TMORE. MO HI083-0838

LABORATORY ANALYSIS REPORT

Novetter 08, 1690 
Report No.: 00006872

Section A Page 11

CLIENT NAME: UNION CARBIDE C0RP. 
ADDRESS: STAR ROUTE,BOX SO

BROWNSVILLE. TX 78521- 
ATTEN1T0N: BELIA CORTEZ

NUS CLIENT NO: 0254 0032 
WORK ORDER NO: 55680 

VEW0R NO:

SAIPLE ID: 203 
NUS SAMPLE NO: H0143799

DATE SATPLED: 24-0CT-90 
DATE RECEHCD: 25-0CT-S0 

APPROVED BY: R Hayo

TEST 
UN CODE DETERIUNATION RESULT UNITS

1 PBULK ASBESTOS BY PU1 by EPA-600/M-82-020 Positive

CONTENTS: Contains 35-45Z Aaoslte and 5-10Z Chrysotlle.

N US-100 <HEV 3'ao>
'A Halliburton Company



NU>-1UU trie*. OtWt

IMUS
CORPORATION

LABORATORY 8ERVCEE GROUP 
BOO SEMNI AVENUE 
HOUBTON TX 770BB

713-086-1810

REMIT TOi
NUB CORPORATION
P.O. box aaoaaa 
BALTMORE. M3 B1SB30S3S

LABORATORY AHM.YSIS REPORT

Novafter 08. 1900 
Report NO.: 00006872

Section A Page 12

CLIENT NMC: UNION CARBIDE CORP. 
ADDRESS: STAR ROUTE,BOX 90

BROtHSVILlE. TX 78521- 
ATTENTION: BELIA CORTEZ

NUS CLIENT NO: 0254 0032 
HORN ORDER NO: 55680 

VENDOR NO:

SAIPLE ID: 204 
NUS SAMPLE NO: H0143800

DATE SAMPLED: 24-0CT-90 
DATE RECEIVED: 25-0CT-90 

APPROVED BY: R Mayo

TEST 
LN CODE DETERMINATION RESULT UNITS

1 PBULK ASBESTOS BY PLH by EPA-600/H4-82-020 Positive

COWENTS: Contains 5-102 Awslte and 35-45Z Chrysotlle.

NUS-IOO (REV. 3/90)

Halliburton Company
BRD1347



NUS
CORPORATION

LABORATORY 8ERWES GROUP 
aoo g@*n AveguE 
HOUSTON. TX 770SB

7T3 180 I6HQ

RBMTTTO*
NUB CORPORATION
pa box eaoaae
BAL.TMORE. ND B1BBBOB3S

NovHber 08, 1990

LABORATORY ANALYSIS REPORT

Report No.: 00006872
Section A Page 14

CLIENT NAME: 
ADDRESS:

ATTENTION:

UNION CARBIDE CORP.
STAR ROUTE,BOX 00
BROWNSVILLE, TX 78521- 
BELIA CORTEZ

NUS CLIENT NO: 
NORK ORDER NO: 

VENDOR NO:

0254 0032 
55680

SAMPLE ID: 
MIS SAMPLE NO:

206
H0143802

DATE SAMPLED: 
DATE RECEIVED: 

APPROVED BY:

24- OCT-80
25- OCT-OO
R Mayo

TEST
LN CODE DETERMINATION RESULT UMTS

1 PBULK ASBESTOS BY PLH by EPA-600/H4-82-020 Positive

COMMENTS: Contains 5-ioz cnrysotlie and 35-452 Aaoslte.

»nj8-ioo (BejjjjgJL
Halliburton Company

BRD 1348



N US-100 (REV. *3^0)

LABORATORY SCTVCEB GROUP 
800 QEMN AVENUE 
HOUSTON. TX 77060

713 HOP 1810

NUS CORPORATION 
Pa SOX 030038 
BALTMORE. MO 8186

LABORATORY ANALYSIS REPORT

NovNber 08. 1990 
Report No.: 0000S872

Section A Page 15

CLIENT NAME: UNION CARBIDE CORP. 
ADDRESS: STAR ROUTE.BOX 90

BRORSVILLE. TX 78521- 
ATTENTION: BELIA CORTEZ

NUS CLIENT NO: 0254 0032 
MORK ORDER NO: 55880 

VENDOR NO:

SAMPLE ID: 207 
NUS SAMPLE NO: H0143803

DATE SATFLED: 24-0CT-90 
DATE RECEIVED: 25-OCT-90 

APPROVED BY: R Mayo

TEST 
LN CODE DETERMINATION RESULT UNITS

1 PBULK ASBESTOS BY PLM by EPA-600/M4-82-020 Positive

COIKNTS: Tile Nonflbrous. Mastic Contains 2-5Z Chrysotlle.

*
NUS-100 (BEV. 3im

Halliburton Company
BRD 1349



NUS
CORPORATION

LABORATORY SERVICES GROUP 
SOO G6MN AVB'JUE 
HOUBTON. TX 770SB

yi3rtBB-ieiO

NUB CORPORATION 
PA BOX B30B3B 
BALTMORE. NO B1683-QB3B

Novnber 08, 1990
Report No.: 00006872

Section A Page 16
LABORATORY ANALYSIS REPORT

CLIENT NAME: UNION CARBIDE CORP. NUS CLIENT NO: 0254 0032
ADORESS: STAR ROUTE,BOX 90 WORK ORDER NO: 55680

BROWNSVILLE, TX 78521- UEWOR NO:
ATTENnON: BELIA CORTEZ

SAfPLE ID: 208 DATE SAfPLED: 24-0CT-90
NUS SANPLE NO: H0143804 DATE RECEIVED: 25-0CT-90

APPROVED BY: R Mayo

TEST
LN CODE DETERMINATION RESULT UNIT

1 P8ULK ASBESTOS BY PLN ty EPA-600/H4-82-020 Positive

COWENTS: Contains 30-40Z Chrysotlle.

£.100 (REV.
Halliburton Company

J3RD1350



NU8 CORPORATIONLABORATORY SERVICES GROUP 
BOO QEMNI AVENUE PA BOX
HOUSTON. TX 77000 BALTIMORE. MO &1SS3-OS3S

713-AB0-131O

LABORATORY ANALYSIS REPORT

Novefcer 08, 1990 
Report No.: 00000872

Section A Page 17

CLIENT NAME: UNION CARBIDE CORF. NUS CLIENT NO: 0254 0032
ADDRESS: STAR ROUTE,BOX 90 HORN ORDER NO: 55680

B80HNSVHJLE' TX 78521- VENDOR NO:
ATTENTION: 8EUA CORTEZ _ ...

SAIPLE ID: 209 DATE SAfFLED: 24-OCT-90
MIS SAMPLE NO: H0143805 DATE RECEIVED: 25-OCT-90

APPROVED BY: R Mayo

TEST 
LN CODE DETERMINATION RESULT UNITS

1 PBULK ASBESTOS BY PU1 by EPA-600/JW-82-020 Positive

COWENTS: Contains 2-5Z Cfirysotlle and 35-45Z Aaosite.

Halliburton Company
(flEV. 3/90)

BRD1351



nus-iooirev. 3«0I

NUS
___ I J CORPOnATION

LABORATORY BOTw'Cra GROUP 
800 QEMNI AVENUE 
HOUSTON, TX 77QBB

3-480-1BIO

nVMITTOi
NUB OORPORATKDN 
PjQ BOX 830838 
BALTIMORE, MO S1BB3-Q83C

LABORATORY ANALYSIS REPORT

November 08, 1090 
Report No.: 00000872

section A Page 18

CLIENT NMCi UNION CARBIDE CORP. NUS CLIENT NO: 0254 0032
ADORESS: STM ROUTEtBOX 90 HORK ORDER NO: 55680

BRONNSVDJJEr TX 78521- VENDOR NO:
ATTENTION: BELIA CORTEZ

SAMPLE ID: 210 DATE SAMPLED: 24-0CT-90
NUS SAMPLE NO: H0143806 DATE RECEIVED: 25-OCT-flO

APPROVED BY: R Mayo

TEST
LN CODE DETERMINATION RESULT UNIT

1 P6ULK ASBESTOS BY PIN by EPA-600/M-82-020 Positive

COWENTS: Contains 5-lOZ cnrysotlle and 35-4SZ ANoslte.

IJiUS-100 (REV. 3/90)
Halliburton Company

BRD 1352



aNUS
CORPORATION

LABORATORY SB1VCEB GROUP 
’ BOO isam AVENUE 

HOUBTOKL TX 77003 713^488^1810

■■MtTTO.
MUG CORPORATION 
PO BOX 830038 
SALTMORE. MO 81S83-OB38

LABORATORY AMLYSIS REPORT

November 08. 1900 
Report NO.: 00006872

Section A Page 21

CLIENT NAME: UNION CARBIDE CORP. NUS CLIENT NO: 0254 0032
ADDRESS: STAR ROUTE.BOX 90 HORN ORDER NO: 55680

BROWNSVILLE. TX 78521- <EMOR NO:
ATTENTION: BELIA CORTEZ

SAWLE ID: 213 DATE SAMPLED: 24-0CT-90
NUS SAMPLE NO: H0143809 DATE RECEIVED: 25-0CT-90

APPROVED BY: R Mayo

TEST 
LN CODE DETERMINATION RESULT UNITS

1 P8ULK ASBESTOS BY PLH by EPA-600/M-82-020 Positive

COltENTS: Contains 5-10Z Chrysotlle and 35-45Z Aaoslte.

NUS-100 (REV. 3/90>

'A Halliburton Company
CLIENT ORIG



LABORATORY SERVCES GROUP 
800 GEMN AVENU6 
HOUSTON. TX 77000

713-480-1810

WMffTOl
NUS CORPORATION
PA BOX 830838 
BALTMOR6. MO 81883O03B

LABORATORY KM-VSIS REPORT

Noveatoer OB* 1990
Report No.: 00000872

Section A Page 32

CLIENT NAME: UNION CARBIDE CORP. NUS CLIENT NO: 0254 0032
ADDRESS: STAR ROUTE,BOX 90 WORK ORDER NO: 55080

BROWNSVILLE, TX 78521- VEWOR NO:
ATTENTION: BELIA CORTEZ

SAMPLE ID: 224 DATE SAMPLED: 24-0CT-90
NUS SAMPLE NO: H0143820 DATE RECEIVED: 25-OCT-90

APPROVED BY: R Mayo

TEST
ln CODE DETERMINATION RESULT UNIT

1 PBULK ASBESTOS BY PLN by EPA-500/H4-82-020 Positive

COIKHTS: Contains 40-50Z taoslte.

oA Halliburton Company
NUS-100 (REV. 3/90)

BRD 1354



a IMUS
CORPORATION

LABORATORY BERVCES GFOJP 
BOO GEMTJ AVSMJE 
l-OJSTON. TX 77008

7i3~asa--teio

MMtTTOl
NUB CORPORATION 
P.O. BOX B30B3B 
BALTMORe. MI 81BS3-OB3S

LABORATORY AtMLYSIS REPORT

NovMber 08, 1990 
Report No.: 00006872

Section A Page 34

CLIENT NAME: UNION CARBIDE C0RP. 
ADDRESS: STAR ROUTE,BOX 90

BROWNSVILLE, TX 78521- 
ATTENTION: BELIA CORTEZ

NUS CLIENT NO: 0254 0032 
MORK ORDER NO: 55680 

VBC0R NO:

SAHPLE ID: 226 
NUS SAfPLE NO: H0143822

DATE SAMPLED: 24-0CT-90 
DATE RECEIVED: 25-0CT-90 

APPROVED BY: R Hayo

TEST
LN CODE DETERMINATION RESULT UNITS

1 PBUJC ASBESTOS BY PLH by EPA-600/H4-82-020 Positive

COtfEHTS: Contains 5-10Z Cftrysotlle. Also Contains Glass Fiber.

N US-100 (REV. 3/90)

A Halliburton Company

BRD 1355



paiNius
I CORPORATION

PA BOX
LABORATORY SmtZS BAP
aoo oemn AYENue 
HOUSTON, TX 77068

713 nooieio BALTIMORE. MO BIS

LABORATORY ANALYSIS REPORT

November 08, 1990 
Report No.: 00006872

section a Page 35

CLIENT NAPE: UNION CARBIDE CORP. 
ADDRESS: STAR ROUTE.BOX 90

BROWNSVILLE. TX 78521- 
ATTENTION: BELIA CORTEZ

NUS CLIENT NO: 0254 0032 
UORK ORDER NO: 55680 

VENDOR NO:

SAfPLE ID: 227 
NUS SAMPLE NO: H0143825

DATE SAIPLED: 24-0CT-90 
DATE RECEIVED: 25-OCT-90 

APPROVED BY: R Kayo

TEST 
LN COOE DETERMINATION RESULT UNITS

1 PBUUC ASBESTOS BY PIN by EPA-600/H4-82-020 Positive

COMMENTS: Contains 50-60Z Aaoslte.

NUS-100 (HEY. 3/90)

Halliburton Company
CLIENT ORlG.NA;. .



NUS
1 CORPORATION

LABORATORY SERVICES GROUP 
900 BEMN AVBsJUe 
HOUSTON. TX 77030

7i a- <1001910

RBMIT TOt
NUS CORPORATOM 
POL 00X030639 
SACTMORe. MO 01263-0639

LABORATORY ANALYSIS REPORT

Novofter os. 1990 
Report No.: 00006872

Section A Page 37

CLIENT NAME: UNION CARBIDE CORP. NUS CLIENT NO: 0254 0032
ADDRESS: STAR ROUTE.BOX 90 UORK ORDER NO: 55680

BROWNSVILLE. TX 78521- VEWOR NO:
ATTENTION: BELIA CORTEZ

SAMPLE ID: 229 DATE SAIFLED: 24-0CT-90
NUS SAWLE NO: H0143827 DATE RECEIVED: 25-0CT-90

APPROVE) BY: R nayo

TEST
LN CODE DETERMINATION RESULT UNIT

1 PBULK ASBESTOS BY PU1 by EPA-600/H4-82-020 Positive

COMMENTS: Contains 50-602 Onsite.

Halliburton Company
NUS-100 (REV. 3/90)

BRD 1357



1

IMUS
1 1 CORPORATION

LABORATORY SERMCES GROUP 
BOO GE^M AVS*JE 
HOUBTONkTX 77000

713^48S-taiO

PA BOX e 
BALTK40RE. MD B

NovMber 08. 1990
Report No.: 00006872

Section A Page 38
LABORATORY ANALYSIS REPORT

CLIENT NAME: UNION CARBIDE CORP. NUS CLIENT NO: 0254 0032
ADDRESS: STAR ROUTE.BOX 90 WORK ORDER NO: 55680

BROWSVILLEf TX 78521- VENDOR NO:
ATTENTION: BELIA CORTEZ

SAMPLE ID: 230 DATE SAfFLED: 24-OCT-90
NUS SMU NO: H0143828 DATE RECEIVED: 25-OCT-90

APPROVED BYf R Bayo

fMl

LN CODE DETERMINATION RESULT UNIT

1 P6UUC ASBESTOS BY PU1 by EPA-600/H4-82-020 Positive

COmEHTSs Contains 35-45Z Awslte and 5-10Z Chrysotile.

Halliburton Company
CLIENT ORIGINALNUS-100 (REV. 3T90t

BRD 1358



1

IMUS
CORPORATION

J^kBOMTORY OBPMCgB GROUP 
eOOGEVMAVeNUB 
HOUSTON. TX 770HS

713 dOOlBIO

MSMrrTOi
NUS CORPORATOR
PA SOX S3GS3S 
BALTIMORE, NO 81^03-0838

LABORATORY ANALYSIS REPORT

Novemr u». i»yu 
Report NO.: 00006872

Section A Page 39

CLIENT NAME: UNION CARBIDE CORP. 
ADDRESS: STAR ROUTE.BOX 90

BROWSVILLE. TX 78521- 
ATTENTICNi BELIA CORTEZ

NUS CLIENT NO: 0254 0032 
WORK ORDER NO: 55680 

VENDOR NO:

SAMPLE ID: 231 
NUS SAIVLE NO: H0143829

DATE SAIVLED: 24-OCT-90 
DATE RECEK^D: 25-0CT-90 

APPROVED BY: R nayo

TEST 
LN CODE DETERMINATION RESULT UNITS

1 PBOX ASBESTOS BY PLM by EPA-600/H4-82-020 Positive

COMMENTS: Contains 30-40Z Awslte.

A Halliburton Company
• NUS-100 {REV. 3/90)

BRD1359



NUS
_l___ CORPORATION

LABORATORY SERVCES GROUP 
800 GEMTSB AVB*J6

713-rtOa-IBIO

WMrrroi
NU8 CORPORATOR 
PO. BOX 630038
baltmorb. mo aiaea-osss

LABORATORY MK-YSIS REPORT

November 08. 1990 
Report No.: 00000872

Section A Page 40

CLIENT mCi UNION CARBIDE CORP. NUS CLIENT NO: 0254 0032
ADDRESS] STAR ROUTE,BOX 90 WORK ORDER NO: 55680

BROWNSVILLE, TX 78521- VENDOR NO:
ATTENTION: BELIA CORTEZ

SMPLE ID: 232 DATE SATPLED: 24-0CT-90
NUS SAMPLE NO: H0143830 DATE RECEIVED:- 25-0CT-90

APPROVED BY: R nayo

TEST
UJ CODE DETERMINATION RESULT UNIT

1 P8ULK ASBESTOS BY PU1 by EPA-600/H4-82-020 Positive

i

COfflENTS: Contains 15-20Z Chrysotlle. Also Contains Glass Fiber.

Halliburton Company
NUS-100 (REV. 3(90'

BRD 1360



« v .laboratory astvcea groupNUS
CORPORATION

HOUSTON. TX 77000

NUS COHPORATUM
pxj. box saoeaa
BW.TIMOPS. mo si at

LABORATORY ANALYSIS REPORT

NovNber 08, 1990 
Report NO.: 00006872

Section A Page 43

CLIENT NATE: UNION CARBIDE CORP. 
ADORESS: STAR ROUTE,BOX 90

BROMNSVILLE, TX 78521- 
ATTENnON: BELIA CORTEZ

NUS CLIENT NO: 0254 0032 
WORK ORDER NO: 55680 

VENDOR NO:

SAfPLE ID: 235 
NUS SAIPLE NO: H0143833

DATE SATPLED: 24-0CT-90 
DATE RECEIVED: 25-0CT-90 

APPROVED BY: I Hogan-Sheldon

TEST
LN COOE DETERMINATION RESULT UNITS

1 PBULK AS8EST0S BY PUI by EPA-600/N4-82-02Q Positive

COtHENTS: Contains 40-50Z Aaoslte.

Halliburton Company
NUS-100 (KEY. 3/90)

BRD 1361



NUS
I CORPORATION

OOO QEMN AVENUE

713-400-1010

POLOOX

LABORATORY ANALYSIS REPORT

Novetter 08. 1990 
Report No.: 00006872

Section A Page 44

CLIENT NAME: UNION CAR8IDE CORP. 
ADDRESS: STAR ROUTE.BOX 90

BROtHSVILLE. TX 78521 
ATTENnON: BELIA CORTEZ

NUS CLIENT NO: 0254 0032 
UORK ORDER NO: 55680 

VEWOR NO:

SAMPLE ID: 236 
NUS SAMPLE NO: H0143834

DATE SAMPLED: 
DATE RECEIVED: 

APPROVED BV:

24- 0CT-90
25- 0CT-9O
J Hogan-Sheldon

TEST 
LN CODE DETERMINATION RESULT UNITS

1 P8ULK AS8EST0S BY PLM by EPA-600/H4-82-020 Positive

COHKNTS: Contains 5-10Z Chrysotlle. Also Contains Glass Fiber.

NUS-tOO (R6V. 3/90)

>A Halliburton Company



fflNUS
CORPORATION

laboratory soMca group 
SOOOBuNAVEMJI 
HOUSTON. TX 770ea

713-imOIBIO

nMTIOl
Nua CORPORATION
paaoxaaaaaa 
BAL.-nMona. md aiesaoeoa

LABORATORY (HtLYSIS REPORT

NovNber 08. 1990 
Report No.: 00006872

Section A Page 45

CLIENT *MC: UNION CARBIDE C0RP. 
ADDRESS: STAR ROUTE,BOX 90

BRONNSVILLEt TX 78521 
ATTENTION: BELIA CORTEZ

NUS CLIENT NO: 0254 0032 
WORK ORDER NO: 55680 

rcWOR NO:

SAWLE ID: 237 
NUS SAMPLE NO: H0143835

DATE SAMPLED: 24-OCT-90 
DATE RECEIVED: 25-0CT-9O 

APPROVED BY: 3 Hogan-Sheldon

TEST
LN COOE DETERMINATION RESULT UNITS

1 PBULK ASBESTOS BY PLH by EPA-600/M4-B2-020 Positive

COfTENTS: .Contains 5-10Z Chrysotile. Also Contains Glass Fiber.

Halliburton Company
NUS-100 (REV. 3/901

BRD 1363



1

aNUS
CORPORATION

SOD GEMN AVSMUe 
KUim TX 77000

PO BOX 030030 
BALTIMORE. MO BiaB3-0»3n ■

LABORATORY ANALYSIS REPORT

November 08, 1990 
Report No.: 00006872

Section A Page 47

CLIENT NAfCx UNION CARBIDE CORP. 
ADDRESS: STAR ROUTE,BOX 90

BROWNSVILLE, TX 78521- 
ATTENTIONi BELIA CORTEZ

NUS CLIENT NO: 0254 0032 
WORK ORDER NO: 55680 

VENDOR NO:

SAMPLE ID: 237 
NUS SAMPLE NO: H0143837

DATE SATPLED: 
DATE RECEIVED: 

APPROVED BY!

24- 0CT-90
25- 0CT-90
3 Hogan-Sheldon

TEST
LN CODE DETERMINATION RESULT UNITS

1 PBULK ASBESTOS BY PLH by EPA-600/H4-82-020 Positive

COMMENTS: Contains 60-702 Chrysotlle. Also Contains Cellulose Fiber.

Halliburton Company 3 '
NUS-IOOIREV. 3«!)

BRD1364



NUB CORPORATION 
PA BOX 630830

fflNUS
CORPORATION

UBOfttlOnv 6EHVCEO GBOLP 
900 GEMNI AVBMUe 
HOUSTON. TX770Sa SAUnMOPEMOaiBBSOOSB

7i3~4aa^eio

LABORATORY ANALYSIS REPORT

NoveRer 08. 1990 
Report No.; 00006872 

Section A Page 112

CLIENT NAME: UNION CARBIDE CORP. 
ADDRESS: STAR ROUTE.BOX 90

BROWISVILLE. TX 78521- 
ATTENTIONs BELIA CORTEZ .

NUS CLIENT NO: 0254 0032 
UORK ORDER NO: 55680 

VENDOR NO:

SATPLE ID: 242 
NUS SAMPLE NO: H0143902

DATE SAMPLED: 24-0CT-90 
DATE RECEIVED: 25-0CT-9O 

APPROVED BY: J Hogan-Sheldo

TEST
LN CODE OETERm NATION RESULT UNITS

1 P8ULK ASBESTOS BY PLM by EPA-600/H4-82-020 Positive

COWENTS: Contains 30-40Z Aaoslte. ...

Halliburton Company
NUS-100 (REV. 3/901

BRD 1365



NUS CORPORATION 
PA BOX 830038 
BAi-TTMOPG. KO 81BK£OB3jtNUS

_!___ CORPORATION

utacnATORv senvces onoup
SdOGEMMAVCNUe 
HOUSTON. TX 77000

713-400-1 BIO

LABORATORY ANALYSIS REPORT

NovePer 08* 1990 
Report No.: 00006872

Section A Page 113

CLIENT NATE: UNION CARBIDE CORP. NUS CLIENT NO: 0254 0032
ADDRESS: STAR ROUTE.BOX 90 HORN ORDER NO: 55680

BROWNSVILLE. TX 78521- tSOOR NO:
ATTENTION: BELIA CORTEZ

SAIPLE ID: 243 DATE SAIPLED: 24-0CT-90
IS SAfPLE NO: H0143903 DATE RECEIVED: 25-0CT-90

APPROVED BY: J Hogan-Sheldon

TEST
LN CODE DETERMINATION RESULT UNITS

1 PBULK ASBESTOS BY PU1 by EPA-600/M-82-020 Positive

COMMENTS: Contains 30-402 ttoslte and 2-52 Chrysotlle.

NUS-100IREV. 3/901
Halliburton Company

■"'I 'FN7 ■' Q 'i m

BRD 1366



1 1

NUS
CORPORATION

LABORATORY SERVICES CROUP 
BOO QBM AVENJE 
HOUSTON. TX 77000

713-488-1810

MMrrTDl
NUB CORPORATION 
P O. BOX 830838 
BACPMOR8. MO 81883-0838

LABORATORY ANALYSIS REPORT

Nove*er 08. 1990 
Report NO.: 00006872

Section A Page 115

CLIENT NAME: UNION CARBIDE CORP. 
ADDRESS: STAR ROUTE.BOX 90

BROWNSVILLE. TX 78521- 
ATTENTION: BELIA CORTEZ

NUS CLIENT NO: 0254 0032 
MORK ORDER NO: 55680 

<£NDOR NO:

SAH1E ID: 245 
NUS SAWLE NO: H0143905

DATE SMTLEDi 
DATE RECEIVED: 

APPROVED BY:

24- 0CT-90
25- 0CT-90
3 Hogan-Sbeldon

TEST
LN CODE DETERMINATION RESULT UNITS

1 PBUUC ASBESTOS BY PLH by EPA-600/N4-82-020 Positive

COMMENTS: Contains 25-35Z Chrysotlle and 25-35Z Aaoslte.

Halliburton Company
NUS-100 (REV. 3/90) C _ J \ OP >G ' I -k

BRD1367



NUS
I CORPORATION

LABORATORY UEfl .CTM GROUP 
nOOBMAVB«JB

NUB CORPORATION 
PJD. BOX S3GB3B

HOUSTON. TX T70BS BALTMQRS, MO S1SS3-OB3B
710 IQB 1B1Q

Novnber 08. 1900 
Report No.: 00000872

Section A Page 118
LABORATORY ANALYSIS REPORT

CLIENT NAME: 
ADDRESS:

UNION CARBIDE CORP. NUS CLIENT NO: 0254 0032
STAR ROUTE,BOX 90 WORK ORDER NO: 55680
BROWSVILLE. TX 78521- VEMXJR NO:

ATTENTION: BELIA CORTEZ

SAIFLE ID: 
NUS SAIFLE NO:

248 DATE SAIFLED: 24-0CT-90
H0143908 DATE RECEIVED: 25-0CT-90

APPROVED BY: J Hogan-Sheldon

TEST
LN CODE DETERMINATION RESULT UNITS

1 PBULK ASBESTOS BY PU1 by EPA-600/M-82-020 Positive

CONNECTS: Contains 20-3QZ CNrysotlle and 35-45Z Aaosite.

OA Halliburton Company
£.nNUS'100 (REV. 3/90)

BRD 1368



8lbO QEMN AVENUE PU BOX 6SOB3S
fflNUS

CORPORATION
BALTMORE. MO 010030030

713-4B»ieiO

LABORATORY ANALYSIS REPORT

Novetter 08. 1990 
Report No.: 00006872

Section A Page 119

CLIENT NATE: UNION CARBIDE CORP. 
ADDRESS: STAR R0UTE.B0X 90

BROWNSVILLE. TX 78521- 
ATTENTION: BELIA CORTEZ

NUS CLIENT NO: 0254 0032 
WORK ORDER NO: 55680 

VENDOR NO:

SAfFLE ID: 249 
NUS SAfPLE NO: HO143909

DATE SAfPLEJ): 24-0CT-90 
DATE RECEIVED: 25-0CT-90 

APPROVED BY: J Hogan-Sheldon

TEST
IN CODE DETERMINATION RESULT UNITS

1 PBULK ASBESTOS BY PLH by EPA-600/M-82-020 Positive

COtPENTS: Tile Nonflbrous. Nastlc Contains 2-5Z Chrysotlle.

Halliburton Company
NUS-100 [REV. 3/90)

BRD 1369



P-O.BQXNUS
- I CORPORATION

LAaOFW.TOFTl' BSMSES GBOUP 
300 OMN AVENUE 
HOUSTOCM TX 77000 BALT****. M3 81003-0030

713-000-1010

LABORATORY ANALYSIS REPORT

Novetter 08. 1890 
Report No.: 00006872

Section A Pape 120

CLIENT NAME: UNION CARBIDE CORP. 
ADDRESS: STAR ROUTE.BQX 90

BROWSVILLE. TX 78521- 
ATTENTION: 8ELIA CORTEZ

NUS CLIENT NO: 0254 0032 
UORK ORDER NO: 55680 

VENDOR NO:

SATFLE ID: 250 
NUS SAMPLE NO: H0143910

DATE SAMPLED: 24-0CT-90 
DATE RECEIVEp: 25-0CT-90 

APPROVED BY: 3 Hogan-SMeldon

TEST
LN COOE DETERMINATION RESULT UNITS

1 PBULK ASBESTOS BY PLH by EPA-600/H4-82-020 Positive

COffENTS: Tile Nonflbrous. Mastic Contains 2-5Z Chrysotlle. ...

Halliburton Company
CLIENT CR'GLNAlN US-100 (REV. 3(90)

BRD 1370



^NUS
I CORPORATION

IA0ORA7OBV SERVICES OROI_R 
COOGSMAVeU 
HOUSTON. TX 77000

NUS CORPORATION
PO. 00X 030030 
OALTMORe MO 010830039

LABORATORY ANALYSIS REPORT

Nove**r 08, 1990 
Report NO.: 00006872

Section A Page 121

CLIENT NAME: UNION CttBIDE CORP. 
ADDRESS: STAR ROUTE.BOX 90

BROmSVHJLE, TX 78521- 
ATTENTION: BELIA CORTEZ

HUS CLIENT NO: 0254 0032 
WORK ORDER NO: 55680 

VENDOR NO:

SAfFLE ID: 251 
NUS SAMPLE NO: H0143911

DATE SAMPLED: 
DATE RECEIVE): 

APPROVED BY:

24- 0CT-90
25- 0CT-90
J Hogan-Sheldon

TEST 
LN CODE DETERMINATION RESULT UNITS

1 PBULK ASBESTOS BY PLM by EPA-600/MA-82-020 Positive

COHCNTS: Contains 50-60Z Awslte.

Halliburton Company
NUS-100 (REV. 3/901

BRD 1371



LABORATORY S6RWCE8 GROUP 
SOO GEMTJ AVENUB

NUS CORPORATION: aNUS
corporation

P.O. SOX 330333 
B4LTM3RB. MO 813030333

713-438-1310

LABORATORY MALYSIS REPORT

NovsSer 08. 1990 
Report No.: 00000872

Section A Page 123

CLIENT NAME: UNION CARBIDE CORP. NUS CLIENT NO: 0254 0032
ADDRESS: STAR ROUTE.BOX 90 UORK ORDER NO: 55680

BROWNSVILLEr TX 78521- VENDOR NO:
ATTENTION: BELIA CORTEZ

SATPLE ID: 253 DATE SAfPLED: 24-0CT-90
IS SAMPLE NO: H0143913 DATE RECEIVED: 25-0CT-90

APPROVED BY: 3 Hogan-Sbeloon

TEST
UN CODE DETERMINATION RESULT UNITS

1 PBULK ASBESTOS BY PUN by EPA-600/TW-82-020 Positive

COMMENTS: Tile Nonflbrous. Mastic Contains 2-5Z Chrysotlle.

Halliburton Company
Z'T CR ■ G •NUS-100 (REV. 3/90)

BRD 1372



NUS
1 CORPORATION

LABORATORY 8ERVICES GROUP 
OOOSEWJAVENUE 
HOUSTON. TX 770BB

713-4BBHB10

NUS CORPORATION 
PO. BOXS30S3S 
SALTMORS. MO B1S03-003a

LABORATORY ANALYSIS REPORT

Novnber 08, 1990 
Report No.: 00000872

Section A Page 125

CLIENT NAME: UNION CARBIDE C0RP. 
ADDRESS: STAR R0UTE.B0X 90

BR0W5VILLE, TX 78521- 
ATTENTION: BELIA CORTEZ

NUS CLIENT NO: 0254 0032 
WORK ORDER NO: 55680 

VEW0R NO:

SOTLE ID: 255 
NUS SAMPLE NO: H0143015

DATE SAfFLED: 24-0CT-90 
DATE RECEIVE^ 25-0CT-90 

APPROVED BY: J Hogan-Sheldon

TEST
U COOE DETERMINATION RESULT UNITS

1 P8ULK ASBESTOS BY PLfl by EPA-600/M4-82-020 Positive

COftCNTS: Tile Nonflbrous. Nastlc Contains 2-5Z Chrysotlle. • •

Halliburton Company
NUS-100 (REV. 3(90)

BRD 1373



3NUS
CORPORATION

LABOPATORV SERVICES GROUP 
800 GevBM AVBMLie 
HOUSTON, TX 77QB8

7i3-«ao^oio

nsMirroi
nub eowroriAToni 
PO. BOX B30B3B 
BAUTMOPE. MD B1Bea-OB3B

LABORATORY ANALYSIS REPORT

November 08, 1990 
Report No.: 00006872

Section A Page 127

CLIENT NAME: UNION CARBIDE C0RP. 
ADDRESS: STAR ROUTE,BOX 90

BROWNSVILLE. TX 78521- 
ATTENTION: BELIA CORTEZ-.

NUS CLIENT NO: 0254 0032 
WORK ORDER NO: 55680 

VENDOR NO:

SAWLE ID: 257 
NUS SATPLE NO: H0143917

DATE SAMPLED: 24-0CT-90 
DATE RECEIVED: 25-0CT-90 

APPROVED BY: J Hogan-Sheldon

TEST
LN CODE DETERMINATION RESULT UNITS

1 PBULK AS8EST0S BY PLN by EPA-600/H4-82-020 Positive

COMMENTS: Contains 10-20Z Chrysotlle and 40-50Z Aeoslte.

Halliburton Company
NUS-100 (REV. 3/90)

BRD1374



NUS
I CORPORATION

UftOCRATOBV seRvices 
BOO QEMM AVSMUE

713- <100-1 BIO

MSMrr to*
NUB COBPOBATON 
Pa BOX B3UW3B

laboratory mmlysis report

November 08. 1990 
Report No.: 00006872

Section A Page 128

CLIENT NAME: UNION CARBIDE CORP. 
ADDRESS: STAR ROUTE.BOX 90

8R0WSVI1JLE. TX 78521- 
ATTENnON: BELIA CORTEZ

NUS CLIENT NO: 0254 0032 
WORK ORDER NO: 55680 

VENDOR NO:

SAJPLE ID: 258 
NUS SAfFLE NO: H0143918

DATE SAtPLED: 24-0CT-90 
DATE RECEHtf): 25-0CT-90 

APPROVED BY: 3 Hogan-Sheldon

TEST 
LN CODE DETERMINATION RESULT UNITS

1 PBULK ASBESTOS 8Y PU1 by EPA-600/H4-82-020 Positive

COMKNTS: Contains 10-20Z Chrysotlle and 40-50Z Aaoslte.

iA Halliburton Company



NUS
I COnPORATlON

LAOCBATORr astVCBB CJBCXJP 
gOOSBMAVENUE 
HOUSTON. TX 77000

713-^aa^iaio

P*JB CO0PORATON
pn box aaoaaa 
BALTMOne. (WO B1BB3-OBSO

LABORATORY flWLYSIS REPORT

NovMter 08, 1990 
Report No.: 00006872

Section A Page 130

CLIENT NAME: UNION CARBIDE CORP. NUS CLIENT NO: 0254 0032
ADDRESS: STAR ROUTE,BOX 90 WORK ORDER NO: 55680

BROWSWLLE. TX 78521- UENDCR NO:
ATTENTION: BELIA CORTEZ

SAff*L£ ID: 260 DATE SAffLED: 24-0CT-9Q
IS SAMPLE NO: H0143920 DATE RECEIVED: 25-0CT-90

APPROVED BY: J Hogan-Sheldon

TEST 
LN CODE DETERMINATION RESULT UNITS

1 PBULK AS8EST0S BY PU1 by EPA-600/M-82-020 Positive

COfflENTS: Contains 5-10Z Chrysotlle. Also Contains Glass Fiber.

IA Halliburton Company



NUS
1 I CORPORATION

laboratory services 
BOO GEMM AVENUE 
HOUSTON. TX 7-7000

MMITTa
NUS CORPORATION 
Pn BOX PYUwa
SAL-nMQRE. mo sisBxsaa

LABORATORY ANALYSIS REPORT

Noveeber 08. 1990 
Report No.: 00000872

Section A Page 131

CLIENT NANE: UNION CARBIDE CORP. 
ADORESS: STAR ROUTE.BOX 90

BROWNSVILLE* TX 78521 
ATTENTION: BELIA CORTEZ

NUS CLIENT NO: 0254 0032 
WORK ORDER NO: 55680 - 

VENDOR NO:

SAWLE ID: 261 
NUS SAMPLE NO: HO143921

DATE SAIPLED: 
DATE RECEDED: 

APPROVED BY:

24- 0CT-90
25- 0CT-90
3 Hogan-Sheldon

TEST
LN CODE DETERNINATION RESULT UNITS

1 P8ULK ASBESTOS BY PU1 by EPA-600/N4-82-020 Positive

COWENTS: Contains 2-5Z Aaoslte and 20-30Z Chrysotlle. Also Contains Hlneral Wool.

'A Halliburton Company



November 08. 1990 
Report No.: 00006872

Section A Page 132

IMUS
CORPORATION

LABORATORY SERVICES GROUP 
BOO GBM AVBtJUE 
HOUSTON. TX 770BB

na-iao-iB

LABORATORY ANALYSIS REPORT

CLIENT NAME: UNION CARBIDE CORP. 
ADDRESS: STAR R0UTE.B0X 90

BRONNSVILLE. TX 78521- 
ATTENnON: BEUA CORTEZ

NUS CLIENT NO: 0254 0032 
WORK ORDER NO: 55880 

VENDOR NO:

SWPLE ID: 262 
NUS SAfPLE NO: H0143922

DATE SAfPLED: 24-0CT-90 
DATE RECEIVED: 25-0CT-90 

APPROVED BY: 3 Hogan-Sheldon

TEST
LN CODE DETERniNATION RESULT UNITS

1 PBULX ASBESTOS BY PUI by EPA-600/H4-82-020 Positive

COrtENTS: .Contains 10-2GZ Chrysotlle and 35-452 Aboslte.

NUS-100 (REV. 3490)

Halliburton Company

BRD 1378



P.O.BOXNUS
I CORPORATION

LABORATORY SERVCES GROUP 
SOOGEMMAVENUE 
HOUSTON. TX 77008

713-488^1810
BALTMORE. MO SIB

LABORATORY ANALYSIS REPORT

Novetoer 08. 1990 
Report No.: 00006872

Section A Page 133

CLIENT NAfC: UNION CARBIDE CORP. 
ADDRESS: STAR ROUTE.BOX 90

BROWNSVILLE, TX 78521- 
ATTENTION: BELIA CORTEZ

NUS CLIENT NO: 0254 0032 
WORK ORDER NO: 55680 

<£ND0R NO:

SAMPLE ID: 263 
NUS SAfFLE NO: H0143923

DATE SAMPLED: 
DATE RECEIVED! 

APPROVED BY:

24- 0CT-90
25- 0CT-90
J Hogan-Sheldon

TEST 
LN CODE DETERMINATION RESULT UNITS

1 PBULK ASBESTOS BY PLM by EPA-600/M4-82-020 Positive

COMMENTS: Contains 10-20Z Chrysotlle and 35-45Z Aaosite.

Halliburton Company
NUS-100 (REV. 3/90)

BRD 1379



900 GEMN AVENUS 
houstton. tx 77oese

PA BOXNUS
CORPORATION

BAtnMOHB. MO aiBSKBOe

LABORATORY ANALYSIS REPORT

Noveeber 08> 1990 
Report No.: 00006872

Section A Page 134

CLIENT NAME: UNION CARBIDE CORF. 
ADORESS: STAR ROUTE,BOX 90

BROWNSVILLE, TX 78521 
ATTENTION: BELIA CORTEZ

NUS CLIENT NO: 0254 0032 
WORK ORDER NO: 55680 

VENDOR NO:

SAMPLE ID: 264 
NUS SATPLE NO: H0143924

DATE SAIFLED: 24-0CT-90 
DATE RECEIVED-, 25-OCT-90 

APPROVED BY: J Hogan-Sheldon

TEST 
LN CODE DETERMINATION RESULT UNITS

1 PBULK ASBESTOS BY PLM by EPA-600/M4-82-020 Positive

COMMENTS: Contains 10-2QZ Chrysotlle and 35-45Z Aaoslte.

. Halliburton Company
NUS-100 (REV. 3/90)

BRD 1380



fflIMUS
CORPORATION

LABORATORY SCTVCSB GROUP 
900 GEMN AVBMU6 
HOUSTON, TX 770SB

713-400-1910

MSMTT TO*
NU8 CORPORATION 
P£L 00X030039 
BAUHMCRE. MO 91SQ3-GB38

Nove*>er 13, 1990 
Report No.: 00000982

Section A Page 5
LABORATORY ANALYSIS REPORT

CLIENT NOTE: UNION CARBIDE CORP. NUS CLIENT NO: 0254 0032
ADDRESS: STAR ROUTE, BOX SO WORK ORDER NO: 55680

ATTENTION:
BROWNSVILLE, TX 78521- 
8ELIA CORTEZ

' VENDOR NO: 01819957

SAMPLE ID: 300 DATE SAWLED: UnAvall
NIIS SAMPLE NO: HO 145682 DATE RECEIVED: 

APPROVED BY:
08-N0V-90 
R Mayo

TEST
CODE DETERMINATION RESULT 1

1 PBULK ASBESTOS BY PU1 by EPA-600/H4-82-020 Positive

COTVENTS: Contains 35-45Z Aaoslte and 2-5Z Chrysotlle.

(A Halliburton Company



IMUS
LI CORPORATION

LABQnATORy SERVCE8 onoup 
800 QEMN AV6NU6 
HOU8TON. TX 77000

713^488-1010

WMlTTft
NUB COPPORA-nON 
PC. BOX 830838 
BAJ.71MOR6L MO B1S630838

NoveOer 13, 1990 
Report No.: 00006982

Section A Page 6
LABORATORY AfttLYSIS REPORT

CLIENT NAME: UNION CARBIDE'CORP. NUS CLIENT NO: 0254 0032
ADDRESS: STAR ROUTE.BOX 90 NORK ORDER NO: 55680

BROWNSVILLE. TX 78521- VENDOR NO: 01819957
ATTENTION: BELLA CORTEZ t

SAMPLE ID: 301 DATE SAfPLED: UnAvail
NUS SAMPLE NO: H0145683 DATE RECEIVED: 08-N0V-90

APPROX BY: R Mayo

TEST
UN CODE DETERMINATION RESULT UNITS

1 PBULK ASBESTOS BY PUf by EPA-600/W4-82-020 Positive

COTVENTS: Contains 35-45Z Aaoslte and 2-5Z Chrysotlle.

NUS*10O (REV. 3/90)

Halliburton Company



NUS
- I CORPOHATION

i/taouTtsYssMCERmup 
OOO GEMM AVENUE 
HOUSTOM TX 77008

713- ODD 1810

—MIT TUi
NUS CORPORATION 
p.a sox naos3B 
SAcnMone. mo eiaeaoeas

November 13» 1990 
Report No.: 00006982

Section A Page 8
LABORATORY ANALYSIS REPORT

CLIENT NAfC: UNION CARBIDE CORP. NUS CLIENT NO: 0254 0032
ADDRESS: STAR ROUTE,BOX 90 WORK ORDER NO: 55680

BROWNSVILLE, TX 78521- VENDOR NO: 01819957
ATTENTION: BELIA CORTEZ . ■

SAIFUE ID: 303
-i

DATE SAMPLED: UnAvall
NUS SAMPLE NO: H0145685 DATE RECEIVED: 08-N0V-90

APPROVED BY: R Mayo

TEST
LN CODE DETERMINATION RESULT UNITS

1 PBULK ASBESTOS BY PLH by EPA-600/TW-B2-020 Positive

COMMENTS: Contains 30-40Z Chrysotlle and 5-10Z Aeoslte.

Halliburton Company
NUS-100 (REV. 3/90)

BRD 1383



LABORATORY 8ERVCEB GROUP 
BOO AVENUE

NUB CORPORATIONNUS
CORPORATION

po. box eaosae
BAUTMOne. MO 01063-0038

713-dBB'IBIO

LABORATORY ANALYSIS REPORT

November 13. 1990 
Raport No.: 00006982

Section A Page 9

CLIENT NAME: UNION CARBIDE CORP. NUS CLIENT NO: 0254 0032
ADDRESS: STAR ROUTE.BOX 90 WORK ORDER NO: 55680

BROWNSVILLE, TX 78521- - VENDOR NO: 01819957
ATTENTION: BELIA CORTEZ

SATPLE ZD: 304 DATE SAMPLED: UnAvall
NUS SAMPLE NO: H0145686 DATE RECEIVED: 08-N0V-90

APPROVED BY: R Mayo

TEST 
yi CQOE DETERMINATION RESULT UNITS

1 PBULK ASBESTOS BY PLM by EPA-600/M4-82-020 Positive

COMMENTS: Tile Contains 5-10Z Chrysotlle. Mastic Contains 2-5Z Chrysotlle.

Halliburton Company
NUS-100 (REV 3(901 BRD 1384 l



NUS
1 CORPORATION

LABORATORY SERVICES GROUP 
BOO GEMV4 AVENUE 
HOUSTON. TX 77088

713-488-1810

REMIT TQi
NUB CORPORATION 
PA BOX 830B3P 
BAL.TMORE. NO 81883-0038

LABORATORY ANALYSIS REPORT

NovMber I3r 1990 
Report No.: 00006982

Section A Page 10

CLIENT NAME: UNION CARBIDE CORP. NUS CLIENT NO: 0254 0032
ADDRESS: ST<W ROUTE.BOX SO WORK ORDER NO: 55680

BROWSVILLE. TX 78521- UEIOOR NO: 01810957
ATTENTION: BELIA CORTEZ

StfFLE ID: 305 DATE SAMPLED: UnAvail
NUS SAMPLE NO: H0145687 DATE RECEIVED: 08-N0V-90

APPROVED BY: R Mayo

TEST
LN CODE DETERMINATION RESULT UNITS

1 P8ULK ASBESTOS BY PU1 by EPA-600/N4-82-020 Positive

COTtCNTS: Contains 10-202 cnrysotlle and 10-202 Aaoslte.

i

NUS-IDO (REV. 1/90)

Halliburton Company
BRD 1385



NUS*100 |R6V. 3/90)

IMUS
CORPORATION

LABORATORY 0B=rVCEB GROUP 
800 QEMN AVENUE 
HOUSTON. TX 77008

yia «iBP*ieio

WBMtTTOi 
NUS CORPORATION 
P.O. BOX 030032 
BAL'nMORE. MO 81803-0838

LABORATORY MALYSIS REPORT

November 13, 1990 
Rsport No.: 00000982

Section A Page 11

CLIENT NAME: UNION CARBIDE CORP. NUS CLIENT NO: 0254 0032
ADORESS: STAR ROUTE.BOX 00 WORK ORDER NO: 55680

BROWNSVILLE. TX 78521- VENDOR NO: 01819957
ATTENTION: BELIA CORTEZ

SA/PLE ID: 306 DATE SAMPLED: (JhAvall
NUS SAfPLE NO: H0145688 DATE RECEIVED: 08-N0V-90

APPROVED BY: R Nayo

TEST
LN CODE DETERMINATION RESULT UNITS

1 PBULK ASBESTOS BY PLfl by EPA-600/W4-82-020 Positive

COfttKTS: Contains 10-15Z Chrysotile and 30-40Z Aw>slte. Also Contains Cellulose Fiber.

NUS-100 (REV. (V®°1

iA Halliburton Company
BRD 1386



PA 00X630830 
BALTMCM. MO 01803-0838 '

LABORATORY 00MCEB OHOUP 
9QOGEMNAVB«je 
HOUSTON. TX 77000

713- <100 1010

LABORATORY ANALYSIS REPORT

November 13* 1990 
Report No.: 00006982

Section A Rage Z7

CLIENT MME: UNION CARBIDE CORP. NUS CLIENT NO: 0254 0032
ADDRESS: STAR ROUTE,BOX 90 UORK ORDER NO: 55680

BROWNSVILLE, TX 78521- VENDOR NO: 01819957
ATTENTION: BELIA CORTEZ

SAMPLE ID: 312 DATE SAMPLED: UnAvall
NUS SAIPLE NO: H0145694 DATE RECEIVED: 08-N0V-90

APPROVED BY: R Mayo

TEST
CODE DETERMINATION RESULT t

1 P8UUC AS8EST0S BY PLH by EPA-600/IW-82-020 Positive

COTVENTS: Contains 20-30Z Chrysotlle and 20-30Z Aaoslte.

©A Halliburton Company
MOO (REV. 3/90)

BRD 1387



NUS
. 1 CORPORATION

ukBOFiATGnv s&ivcea group
900 GeMM AVENUE 
HOUSTON. TX 77000

713-4904910

mMBTTOi
nus corporation 
PO BOX 030038 
SACnMone. mo sisaHss'

LABORATORY ANALYSIS REPORT

NovMber 13. 1990 
Report No.: 00006982

Section A Page 22

CLIENT NAME: UNION CAR8IDE CORP. NUS CLIENT NO: 0254 0032
ADDRESS: STAR ROUTE.BOX 90 WORK ORDER NO: 55680

BROWNSVILLE. TX 78521- VENDOR NO: 01819957
ATTENTION: BELIA CORTEZ

SAMPLE ID: 317 OATE SAMPLED: UnAvall
NUS SAMPLE NO: H0145699 DATE RECEIVED: 08-N0V-90

APPROVED BY: R Mayo

TEST 
LN COOE DETERMINATION RESULT UNITS

1 P8ULK ASBESTOS BY PLH by EPA-600/H4-82-020 Positive

COMMENTS: Tile Nonfibrous. Mastic Contains 2-5Z Chrysotile.

Halliburton Company
NUS-100 (REV. 3/90)

BRD1388



1

NUS
- 1 CORPORATION

laboratory se^veea oroi^
900 GEMN AV6NU9 
HOUSTON. TX 77000

yia iioaieio

NUB CORPORATION 
P.Q BOX 030839 
BALTMORE. MO 918930030

LABORATORY ANALYSIS REPORT

Novetoer 13» 1990 
Report No.: 00000982

Section A Page 28

CLIENT NMC: UNION CARBIDE CORP. NUS CLIENT NO: 0254 0032
ADDRESS: STAR ROUTE tBOX 90 WORK ORDER NO: 55660

BROWNSVILLE. TX 78521- VEWOR NO: 01819957
ATTENTION: BELIA CORTEZ

SAIFLE ID: 323 DATE SAIFLEp: UnAvall
NUS SAfFLE NO: H0145705 DATE RECEIVED: 08-N0V-90

APPROVED BY: R flayo

TEST
LN CODE DETERMINATION RESULT UNITS

1 PBULK ASBESTOS BY PLH by EPAH500/B4-82-020 Positive

COmEMTS: Contains 20-30Z Chrysotlle and 5-lOZ Aa6site.'

Halliburton Company
NUS-100 (REV. 3/90)

BRD 1389



NUS
I CORPORATION

LABORATORY S6RVCEB GROUP 
SOO GEMN AVBSRJE 
HOUSTON. TX TTOSB

713-^100 1B1Q

MMfTTOi
NUS CORPORATON
p.o. box eGoasa
BALTIMORE. MO S1863-OS38

November 13. 1990
Report No.: 00006982

Section A Page 29
LABORATORY ANALYSIS REPORT

CLIENT NANE: UNION CARBIDE CORP. NUS CLIENT NO: 0254 0032
ADDRESS: STAR ROUTE i BOX 90 UORK ORDER NO: 55680

BROWNSVILLE. TX 78521- IBDOR NO: 01819957
ATTENTION: BELIA CORTEZ

SATFLE ID: 324 DATE SAfFLEDe UnAvail
NUS 5AIFLE NO: H0145706 DATE RECEIVED: 08-N0V-90

APPROVED BY: R nayo

TEST
CODE DETERMINATION RESULT 1

l PBULK AS8EST0S BY PU1 by EPA-600/H4-82-020 Positive

COMMENTS: Contains 30-402 Chrysotlle an<S 10-20Z Amite.

Halliburton Company
NUS-100 (REV. 3/901

BRD 1390



LABORATORY BS3VCES GROUP 
900 I3EUN AVENUE 
HOUSTON. TX 7VOCO

Ti3~«ea^Bia

NUB CORPORATOR
p-aaoxoaosaa 
BALTMORe. MO S1BB9<»38

LABORATORY AWLYSIS REPORT

Nove^er 13. 1990 
Report NO.: 00006982

Section A Page 30

CLIENT NAME: UNION CARBIDE CORP. NUS CLIENT NO: 0254 0032
ADDRESS: STAR ROUTErBOX 90 UORK ORDER NO: 55880

BROUNSVILLEf TX 78521- VENDOR NO: 01819957
ATTENTION: BELIA CORTEZ

SAWLE ID: 325 DATE SAMPLED: unAvall
NUS SAMPLE NO: H0145707 DATE RECEIVED: O8-N0V-9O

APPROVED BY: R Mayo

TEST
LN CODE DETERMINATION RESULT UNITS

1 PBULK ASBESTOS BY PLM by EPA-800/M4-82-020 Positive

COMfOrrs: Tile Nonfibrous. Mastic Contains 2-5Z Chrysotlle.

'A Halliburton Company



aNUS
CORPORATION

LABORATORY SERVCES GROUP 
BOO GGMM AVENUE 
HOUSTON. TX 77GBB

713 <100 1S1Q

NUS CORPORATDN 
PO, BOX 030838 
BALTIMORE, MO 816030030 '

NovMber 13, 1990
Report No.: 00006882

Section A Page 55
LABORATORY ANALYSIS REPORT

CLIENT NAME: UNION CARBIDE CORP. NUS CLIENT NO: 0254 0032
ADDRESS: STAR ROUTE,BOX 90 WORK ORDER NO: 55880

BROIMSVILLE, TX 78521- VENDOR NO: 01819957
ATTENTION: BELIA CORTEZ

SAMPLE ID: 349 DATE SAIf’LED: UnAvall
NUS SJVFLE NO: HOI45732 DATE RECEIVED: 08-N0V-90

APPROVED BY: R Mayo

TEST
LN COOE DETERMINATION RESULT UNIT

1 P8ULK ASBESTOS BY PLN by EPA-600/H4-82-020 Positive-

COfflENTS: Contains 20-30Z Chrysottle and 20-30Z Aaoslte. Also Contains Cellulose Fiber.

Halliburton Company
NUS-100 (REV. 3/90)

BRD 1392



1

NUS
I CORPORATION

laboratory SEAvCES group 
800 G&s** AVENUB 
HQUSTONi TX 77008

713-400-1010

WMrTTQi
NUS CORPORATION 
P.O. BOX 8SOB38 
BALTIMORE, MO 81803-0038

LABORATORY ANALYSIS REPORT

November 13, 1990 
Report NO.: 00000982

Section A Page 56

CLIENT NAME: UNION CARBIDE CORP. NUS CLIENT NO: 0254 0032
ADDRESS: STAR ROUTE,BOX 90 WORK ORDER NO: 55680

BROWNSVILLE, TX 78521* VENDOR NO: 01819957
ATTENTION: BELIA CORTEZ

SAfPLE ID: 371 DATE SATINED: Un Avail
NUS StfPLE NO: H0145733 DATE RECEIVED: 08-NOV-90

APPROVED BY: R Mayo

TEST
IN CODE DETERMINATION RESULT UNITS

1 PBUUC ASBESTOS BY PLH by EPA-600/M4-82-020 Positive

COMKNTS: Contains 5-102 Chrysotlle.

Halliburton Company
NUS-100 (REV. 3/90)

BRD 1393



NUS
L I CORPORATION

LABORATORY aenvces GROUP 
BOO OCMN AVBMUH 
HOUSTON. TX 77030 7i3^ioa-taio

NUB OOPPORATDN 
BO. SOX 030030
balumcbb. mo aieea-oeso

LABORATORY ANALYSIS REPORT

November 13, 1990 
Report Ho.: 00006982

Section A Page 57

CLIENT mrC: UNION CARBIDE CORP. NUS CLIENT NO: 0254 0032
ADDRESS: STAR ROUTE,BOX 90 ■ WORK ORDER NO: 55680

BROWNSVILLE, TX 78521- VEWOR NO: 01819957
ATTENTION; BELIA CORTEZ

SATFLE ID: 372 DATE SAIFLED: UnAvall
NUS SAfPLE NO: H0145734 DATE RECEIVED: 08-N0V-90

APPROVED BY: R Hayo

TEST
U< CODE DETERHINATION RESULT UNITS

1 PBIILK ASBESTOS BY PUT by EPA-600/H4-82-020 Positive

CONTENTS: Contains 10-20Z cnrysotlle and 30-40Z Aeosite.

•A Halliburton Company


