
8 May 91

PIFICATE

Date: 

Customer: B. P. Performance 
7227 Doe Aver^ 
Visalia CA 93291

Attention: Marty Jones 

Date of Shipment: 6 May 91

Fax No. 209-651-2231

Product: 5415 

Order No.: 844050-068 

Railcar No.: VIPX-45739

ANALYSIS
A

Moisture, % ABR-1A

Bulk Density, gm/cc ABR-2B

Brabender Dry Time, Mins. ABR-7 

Particle Size Diet. ABR-3

40 Mesh 

200 Mesh 

Pan

Residual VCM, ppm ABGC-26

Inherent Viscosity ABR-10

0.21

0.502

4.9

0.00

3.1

1.3

0.014

1.02

Billy P. Sizemore

Laboratory Supervisor/Lead

VAB.0001194149



Vista Polymers Highway 25 Aberdeen./IfS 39730

. V

Load Date: Product 5415 Car No.:

Time Logged In:
I *

Logged In By:

Ship Date; Silo( s ): Customer:

t/T?K

Viscosity

RVCM

1st

Moisture t / /
Contamination | X

■9
Bulk Density 1 Aaf■ .w " W

BD wo/antistat

Hard Particle W3£

2nd 1st 2nd 1st 2nd 1st 2nd

Screen Analysis

Mesh

Weight

X

40

o.o

60

Drytime: •±1

80

VA7

100 120

3LL IS.8

Static Flow:
V

140

is. to 1.2S' 1SS
200
/.S3

5 i

Pan

.U

/,3
/ '9*^ Avg. Microns: /

Color L: a 0<oS~ b /3V

METS: 319/ / )i&>. 9 X

Technician:

VAB.0001194150

! • " — }
1 •• * ................. 1 :+



Date: 2 May 91

Customer: B. P. Performance
7227 Doe Ave.
Visalia CA 93291

Attention: Marty Jones

Date of Shipment: 29 Apr. 91

CERT X F" I CATE

Fax No. 209-651-2231

Product: 5415 

Order No.: 844050-067 

Railcar No.: ACFX-41175

OF ANALYS X S

PrpBgrty 

Moisture, 7.

Bulk Density, gm/cc 

Brabender Dry Time, Mins. 

Particle Size Dist.

40 Mesh 

200 Mesh 

Pan

Residual VCM, ppm 

Inherent Viscosity

Test Method Analysis

ABR-1A 0.25

ABR-2B 0.520

ABR-7 4.9

ABR-3

0.00

2.8

1.2

ABGC-26 0.030

ABR-10 1.03

Billy P. Sizemore

Laboratory Supervisor/Lead

VAB.0001194151



Vista Polymers Highway 25 Aberdeen, MS 39730

Load Date: JL* ^ *7/ Product: 5415

Time Logged In: c* Logged In By

Car No.:

: Al

4//?S

Ship Date; Silo(s) // ?/ Customer

Screen Analysis

Mesh 40 60 80 100 120 140 200 Pan

Weight 0-GO 1/3 J5T, 2.2£ /•«

% O>o J-3 52.0 as, (, /!• i V.5~ 8

Drytime: V.9 Static Flow: <=> /V-f Avg. Microns: W2

Color L: 1O0<^3 a b f' 36

METS:

Technician: ~T£ ~^P£

VAB.0001194152



I

CERT I F7 I CATE

Date: 2 May 91

Customer: B. P. Performance
7227 Doe Ave.
Visalia CA 93291

Attention: Marty Jones

Date of Shipment: 29 Apr. 91

4

F- #=*r\|^l_YSIS

Fax No. 209-651-2231

Product: 5415 

Order No.: 844050-066 

Railcar No.: PLCX—44463

Property Test Method Analysis

Moisture, */. ABR-iA 0.23

Bulk Density, gm/cc ABR-2B 0,507

Brabender Dry Time, Mins. ABR-7 4.9

Particle Size Dist. ABR-3

40 Mesh 0.00

200 Mesh 4.0

Pan 1.3

Residual VCM, ppm ABGC-26 0.019

Inherent Viscosity ABR-10 1.03

Billy P. Sizemore

Laboratory Supervisor/Lead

VAB.0001194153
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Vista Polymers Highway 25 Aberdeen. MS 39730

RAILCAR ANALYSIS

Load Date: Product: 5415 Car No,:

Time

Date:

Screen Analysis

Mesh 40 60 80

Weight

X

Q.OO

o.o IJ
m

100

mi
120

221 
ft 2

140
3-Sf

200

2.00

Drytime: iL3. Static Flow:. O L Avg. Microns:

Color L: tnOt a . OQ b 123

METS: 12*

Technician:

Pan

X7

LI

VAB.0001194154



4

CERTIFICATE OF ANALYSIS

M *1

Date: 26 Apr. 91 Fax No. 209-651-2231
V*

Customer: B. P. Perforaance
7227 Doe Ave.

Product: 5415

Visalia CA 93291
> \

Attention: Marty Jones

Date of Sbipaent: 23 Apr. 91

Order No.:

Railcar No.:

Property Test Method Analvsi

Moisture, I ABR-1A 0.19

Bulk Density, ga/cc ABR-2B 0.506

Brabender Dry Tiae, Mins. ABR-7 5.0

Particle Size Dist. ABR-3

40 Mesh 0.00

200 Mesb 3.1

Pan 1.2

Residual VCM, ppa AB6C-26 0.001

Inherent Viscosity ABR-10 1.02

Billy P. Sizeaore

Laboratory Supervisor/Lead

VAB.OOOl 194155



Vista Polymers Highway 25 Aberdeen# MS 39730

Screen Analysis

Mesh 40 60 80 100 120 140 200 Pan

Weight 0.43 w.'pf- "7.6ST l'S<f 0.4 /

% £>. <D </¥,<? is.i 3, / J'3.

Drytime: S.D Static Flow: Oi&ip Avg. Microns: 176.9

Color L: /00-Ofr

METS:

Technician:

VAB.0001194156

l i i
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Vista Polymers Highway 25 Aberdeen, MS 39730

A

Load Date :

Time Log

Product 5415 Car N

Ship Date

aa ft

Moisture

Contamination

Bulk Density 

BD wo/antistat 

Hard Particle

Viscosity

RVCM i

Logged

1st

i <n

Cust

, All 51

i

1st 2nd I 1st

J
I *5

g?5

1 , S/A

>

Screen Analysis

Mesh

Weight

40

% €-0

Drytime:

60

0 3

80

//. So

4P

100

/3*f
Jn

120

3J. P

140

7-9

200

as z

ST- o

Pan

0. C ^

/■?

Static Flow: 0 /J?-*/ Avg. Microns : /Si> /

Color L: a -Q. 03 b b <£?

METS: 9.JP0 / //%$ %

Technician:
Vf

APS

VAB.0001194157



Vista Polymers Highway 25 Aberdeen. MS 39730 A

RAX LCAR ANALY

Load Date: Product: Car No. : O t %T7

Time Logged In By: 1 -4nr (
*

)

Ship Date

/T)£-f41

Moisture

Contamination

Bulk Density

BD wo/antistat

Hard Particle

1st

iJ A

L

f

1st

t Dg

_z

2nd
Zip

1st 2nd
42^

1st

/ O

£

1

2

Viscosity

Screen Analysis

Mesh

Weight

40 60

&. 3-1

80

19.1C.

100 120

tfoio
140

Sk Qo
200 Pan

C-C.O
% €>.-€> 04 3t3 30.0 12.6 2-<4 3<i

Drytime: Static Flow: ® Avg. Microns: 17 0,9

Color L: VOOtL^ a -o-o'7 b

METS: 71?6 / //£ 9 %
7

Technician if -

VAB.0001194158



Vista Polymers Highway 25 Aberdeen, MS 39730

RAI LCAR ANALYSIS

A

Load Date: / Product: Car No.: 0 I 2 J

Time Logged In: Logged In By:

Ship Date < Silo(s): £5o Customer:

Moisture

Contamination

1st 2nd

I

1st 2nd 1st

H

2nd 1st

/

2nd

Bulk Density

BD wo/antistat

Hard Particle t
t&f

Viscosity uni

RVCM

Screen Analysis

Mesh 40

Weight 0,00

% 0, 0

60

0.2.1

80

37,?

100

3t' o

120

/££_

140

3.2f

b-g

200

Ml

Pan

*.£9

/'Z—

Drytime: D Static Flow:. o

Color L a Jr °1

Avg. Microns

b L7f

METS: , /5U).y%

LLLk

Technic
Lcian: ^ ^

QSol>
VAB.0001194159



Vista Polymers Highway 25 Aberdeen. MS 39730

Load Date: Product:

Time Logged In:

5415 Car No. :

Logged In By:

Ship Date:

Moisture

Contamination

/&c>

Bulk Density

BD wo/antistat

Hard Particle

Viscosity

RVCM

Screen Analysis

Mesh

Weight

40

0.00

60

0J/

80 100 120 140 200 Pan

ojZ

% 0.0 0.7^ fS.o
f t

a tf~
*

Drytime: S'.O Static Flow: ^ Avft. Microns: l

L

Color L:

*

/«>.?& a -0.0 C? b /„23

METS : / /^/3~ %

Technician

VAB.0001194160



Vista Polymers Highway 25 Aberdeen* MS 39730

A CA CB B

1st 2nd 1st 2nd 1st 2nd 1st 2nd

Moisture *r J3 . (7
.

. (?
Contamination

A
i 2

5 2^

z

cZ
3 S

Bulk Density .574 .S/3 • ^3 0 &

BD wo/antistat

Hard Particle 8.
2lk.

Viscosity 6£Jl
RVCM

Screen Analysis

Mesh 40

Weight P.PP

% 0*0

7J
Drytime:

60

e-ot

0Z

s. o

80

ML

100 120

A5VCC

3jLJL----y_ .

140

S£Z

200 Pan

(L&2.

LA
23-

Static Flow: O / Avg. Microns: / &
/oo^

Color L: 70 a e.t&> b /3^
r*

METS: z

//POP

Technician:

VAB.0001194161



Vista Polymers Highway 25 Aberdeen, MS 39730

Load Date: Product

Time Logged In: I ^ 0^

Car No. :

Logged In By:

Ship Date: . 9/ Silo(s) Customer:

o ffl eTftl

Moisture

Contamination

Bulk Density

BD wo/antistat

Hard Particle

Viscosity

1st

,0 (fi
2,

7

■J5V7

<2

I
/-£>/$

RVCM .00!

Screen Analysis

Mesh 40 60 80 100 120 140 200 Pan

Weight n.v'P o > l /f >sr/
% & .o O c 3

a 70
111 31. U

/<5cO

/■>

Drytime: Static Flow: (D /A.Avg. Microns: /£U~7

/S3.V-
Color L: /!)/.9J> a b

METS: *f3<S>0 L 1174- X

Technician:

VAB.0001194162

* - * w
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VAB.0001194163



* *■ * ■ 1

n+

> * t

, . !*<■■' ' f" '* '1 "■ j «i

* fcl * ^ 4 v ■ ■ ffffl f # A jerneen, ,YS. JST7P

4
PVC RAILCAR ANALTSIS /

it:

Date:

qqqO bn ' CO Oil me

Ship

Screen Analysis

Mesh 40

We ight *00

X Q*0D

Drytime:

60

/,2-

80

!7(*

100

Static Flow:

/t>o. 5 ?
Color L:

120

7.Z-&

140 200

3.3

Avg* Microns

Q.ol f 4$
ft b

Pan

t.i-

/?€

METS:

Technician:

VAB.0001194164


