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May 20,1975.

Mr. Lloyd A. Green 
Garlock,Inc.
Division Street 
Palmyra, New York 14522

Dear Mr. Green:

The results of the analysis of the air samples 
submitted are as follows:

Sample 
Number 
P 721 BC

P 725 L

P 722 L

P 713 L

P 7B4 L

*Cut Gasket

Asbestos Fiber 
Concentration 

43.G.

15.6 -

11.4

13.5 

17.1

If you have any questions, please contact me.

JLS:ms

Sincerely,
Jfc

John L. Sadenwasser 
Environmental Health 
laboratory Supervisor
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