
FOSECO, INC.
\

INTER-COMPANY AND INTER-DEPARTMENTAL CORR€SPONDENCE

to: P. A. Partington 
W. C. Fletcher 
A. Santighian

FROM:

OATS:

SUBJECT:

G. H. FitzGerald -J,
Quality Control - SMPO
September 11, 1973^
PROFAX BINDER:
Update of Test Sample Status 

As of 4:00 p.m. , 9/10/73

Customer H.T.#

Copperweld 685F

Great Lakes 144G2
Great Lakes 144M

Harrisburg Steel 118A '

Harrisburg Steel USA

Republic Canton 669V2

Republic Canton 669V2

J&L Aliquippa 299A5

USS E. Thomson 386C

USS E. Thomson 735C

Armco Middletown
t

343G

Armco Middletown 346F

Armco Middletown 341

Armco Middletown 342

Sharon Steel 471A

J&L Pittsburgh 432C

J&L Pittsburgh 766L

Carpenter Steel 75C

Carpenter Steel 357A

Armco Kansas City 593Z

%
Recipe Remarks

EP 5452 Complete; need decision 
on tool change.

EP 5452 Complete
EP 5453 Waiting for results

EP 5459 Complete

EP 5453 Complete

EP 5452 Complete

EP 5453 Complete; tops burn

EP 5452 Complete

EP 5452 Complete. Need tool 
change.

EP 5452 Boards small; need 
tool change.

EP 5453 Complete; changed 
recipe EP 5452A

EP 5453 Complete; changed 
recipe EP 5452A

EP 5273D Waiting for results

EP 5273D Waiting for results

EP 5452 Complete

EP 5452 Complete; need tool 
change.

EP S452A Boards small; need 
tool change.

EP 5453A Waiting for results

EP 5453A Waiting for results

EP 5453A Waiting for results
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PROFAX BINDER:
Test Sample Status (continued)

Customer

Edgewater Steel 

USS Fairless

Samples Scheduled for

Laclede

Laclede

Kaiser Steel

H.T.# Recipe

897H EP 5453A

699L EP 5453A

Production:

579W EP 5453A

C.P. EP 5453A

232 ring EP 5453A

GHF:mlr
cc: R. C. Phoenix, W. C. Sutherland, R. D. Shephard,

G. Fenton, J. C. Mohr, F. A. Habeeb/S. Beach

September 11, 1973 
Page 2

Remarks

Waiting for results 
Waiting for results

W. J. Vandeaark,
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