
ITA-LG 00320

#
Cosmetic Talcs

Altaic
ZOO

Brightness 
Green,X 86 +2
Blue,X 87 +2
Hunter L 93

a -0.8
b 3.0

V- Densi ty
loose lb s f t * 29 +2
tapped lbs f t * 62 +2

Specific gravity 2.8
Oil Absorption

Spatula rub out, g/lOOg 27 +3
Gardner-Coleman, g/lOOg 42 ±4

Acid solubles 0.5
 ̂ . as Carbon Dioxide, X

Acid solubles as Sulfate, % <2
Water Solubles, X <0.1
F iltra te  reaction to litmus Neutral

Water soluble Iron Nonekw' pH 8.5  + 0 .5
Average moisture, X 0.5
Surface area, M*/g 6
Median Particle Size,un 8.5

- Sedigraph 5000 
-200 mesh,X 98 (min)
-325 mesh, X 97-20 urn, X 85
-10 um,X 56
-5  um,X 34
-2  urn, % 17
-1 um,% 9

Gran ul oote ter  
Hegman Equiv.
Median, um 
-16 uni, X
Magnesium Oxide,X 91
Silicon Dioxide, X 51
Aluminum Oxide,X 1
Iron Oxide,X 1

Monoblend
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PLAINTIFF'S
EXHIBIT

CAM-192



ITA-LG 00321

#

Copper Oxide 
Potassium Oxide 
Sodium Oxide 
Titanium Dioxide 
Loss on Ignition
Talc,%
Dolomite
Chlorite
Cal ci te
Quartz
Magnesite
Feldspar
Amphibole Asbestos
Lead, ppa 
Arsenic, ppa 
Heavy Metal, ppa 
Fluorine

Altaic
200 Monoblend
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