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INTER-OFFICE MEMO TENNECO CHEMICALS, INC.

\
To H.B. Carr ’ at Burlington Date June 15, 1973

From H.R. Horton at Burlington Copy to R. S. Cole
M. Freifeld

Subject Raw Materials Received Report F.W. Kanzler
Burlington Plant R. A. Loiewski
May, 197 3 R.D. Richards

P.R. Scarito
A. C. Siegel
M.S. Wilkenfcld

,,/Pile

Raw materials received other than MVC are listed in Table I.

MVC received from Tenneco is listed in Table II.

MVC received from suppliers other than Tenneco is listed in Table III.

JlGclfcfc
H,R. Horton

Attachments (3). 
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Lot Xo.
Da te Vendor Car No. Material

S/17 DuPont 9-9099 Elvanol 50-42

5/13 Union Carbide - L-522 Silicone

•t EXXON - Tridecanol

tf Henkel. Inc. N—6886 Avirol P0L-1-N

TJ Atlas Chemical 1695 Tween 20

5/23 Henkel, Inc. 9553 DHW-80

5/24 Union Carbide RAIX 6062 MV Ac

5/25 Shell Chemical 5SMB17 Ionol

?r Allied Chemical G134J Ammonium Persulfate

T! Nourv K329 LP

5/29 PPG Chemical - TCE

5/30 Holly Chemical - Sodium Bicarbonate

ft USI Chemical ACFX 82985 MV Ac

Specification Testing Disposition

IS Approved

IS Approved

IS Approved

IS Approved

IS Approved

OS (high pH) Rej ec ted. 1
plant needs.

IS Approved

IS Approved

US Approved

IS Approved

IS Approved

IS Approved

IS Approved
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VINYL CHLORIDE MONOMER SUMMARY
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VINYL CHLORIDE MONOMER SUMMARY


