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OR TECHNICAL SERVICE
NUMBER: - 6 9 7 1 0  -

GROUP: ICG .
A C T U A L  COST: S50.00

R E P O R T I N G  OATE: July 2 4 . 19R1

SUMMARY and RESULTS:

One dust sample, taken from the fireproof lining of cabinets 

in legal department, was received for fiber .identification. Due to 

the limited sample that was supplied, the results aren't conclusive.
. i •

However, cellulosic fibers and glass fibers were seen under a phase 

contrast microscope at 430X.' , . •
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REQUEST FOR TECHNICAL SERVICE

GROUP: irr,_____________

DATE: ------2 0 Jmv-ai ~
CHARGE N0.:/ x - 9 - m  Ì /

REQUESTOR: P. H. Conner 

MARKETING OR MANUFACTURING 

NAHE: T. E. Hamilton

APPROVED: ____

PROBLEM TITLE: - Dust analysis
I

SIGNIFICANCE: Compliance with-OSHA regulations

SPECIFIC OBJECTIVE: Determine fiber content of dust

. SUGGESTED APPROACH: -phase contrast microscopy

DEADLINE (Last day information will bê.^of value): 2 weeks

DETAILS OF PROBLEM:
-Please evaluate-fiber content of th 
from fireproof lining of cabinents 
department. .

s dust sample 
in legal
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