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In light of recent problems encountered with the subject raw 
material, the following addition and change in the specifica­
tion should be transmitted to the vendor:

1. Brookfield Viscosity (addition)
Based on past results, the specification range Is 280-350 
cps.

2. KM (change)
This range should be changed from 8.8-9.5 to a pH of 9.0-
9.5.

Would you please inform the vendor of the above. We v/ill await 
your reply for the issuance of the revised raw material speci­
fication sheets.
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