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BFGoodrich -2.
Gteon Vinyl Oiviston 
2400 Mmr CulOtt Road 
La Porta, Texas 77571

VISTA POLYMERS INC. 88~0ct-92
HIGHWAY 2S 
ABERDEEN. MS 39738 
ATTN: PAT HAMILTON

Following is Quality Data for the VCH loaded to the listed cars.

VCM shipped to 
Shipment date 
Lot Nuaber

ABERDEEN, MS Railcars: UTU 98887 
88-0ct-92 UTU 96881 
C-928927

VCM Purity 
Color
Appearance

l«purities

: > 99.99 X 
: Colorless 
: Clear

ppe wt.

Water = 13
Residue < 18
Acidity (HCl) : <8.1
Alkalinity (NaOH) <8.1
Iron : < 8.1
Total Low Boilers X : < 8.1
Acetylene : < 8.1
Sutenes : < 8.1
1,3-Butadiene : 1.8
Vinyl Acetylene : 5.2
Methyl Chloride : 28.8
Ethyl Chloride : 18-6
Chioropropene 1.2
Oichloroethylene : 8.5
1.1 Dichloroethane : < 8.5
1.2 Dichloroethane < 8.5

a Includes Methane, Acetylene, Ethane, Ethylene, Propane, 
Propylene, Propadiene, and Butanes.

Each car is tested and certified to contain < 288 ppe-vol Oxygen 
in the vapor space.

Ji» Nolan 
Lab Supervisor 
BFG, LaPORTE

VQV 709252


