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BFGoodrich
Qeon Vinyl Division 
2400 Mill* Cutoff RoftO 
LS Ports, TexSS 77571

VISTA POLYMERS INC. 96-0ct-92
HIGHUAY 25 
ABERDEEN. MS 39739 
ATTN: PAT HAMILTON

Following is Quality Data for the VCH loaded to the listed cars.

VCM shipped to 
Shipaent date 
Lot Nuaber

: ABERDEEN, MS Railcars: UTLX 26Q61 
: 96-0ct-92 UTLX 26973 
: A-921992

VCM Purity > 99.99 X
Color Colorless
Appearance Clear

Impurities ppa wt.

Hater < 19
Residue < 19
Acidity (HCl) < 9.1
Alkalinity (NaOH) < 9.1
Iron < 9.1
Total Low Boilers x < 9.1
Acetylene < 0.1
Butenes < 9.1
1,3-Butadiene 1.9
vinyl Acetylene 5.9
Methyl Chloride 27.1
Ethyl Chloride 18.7
Chloropropene 0.6
Dichloroethylene < 9-S
i,i Dichloroethane < 9.5
1,2 Dichloroethane < 9.5

x Includes Methane. Acetylene,
Propylene, Propadiene, and Butanes.

Each car is tested and certified to contain < 299 ppa vol Oxygen 
in the vapor space.

Jia Nolan 
Lab Supervisor 
BFG, LaPORTE

vov 709242


