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Silica
Calcium Oxide

Moisture 
Ldss on ignition 
Water Solubles 
pH

Typical Physical Properties:

Dry Brightness
Specific Gravity
Tapped Density. Ib s ./c u .ft .
Loose Density, Ib s ./c u .ft .
Lbs./solid gallon
One Lb. Bulks, gallons
Oil Absorption

Analysis: Percent

SI02 58-62
CaO 1.4-1 .7
AI203 2-3
MgO 30-31

less than
2-5
0.$
9-1
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PLAINTIFFS
exhibit HO.J - / ?

88-92

23-*7~;
22.32

28-32 ^  ^
Thru 200 mesh, %•* 

Typical Particle Size Distribution:
’te # * *# # .

Microns % Less Than Microns ■% Less Than
40 90 5 7
30 76 4 5
20 52 3 4
15 33 2 2
10 21

•Bacteria Controlled lv,C
C63

l-ïl-lC PLAINTIFFS
EXHIBIT
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