
December 11, 1995
Technical Services Center 
R.A. Peterson 

Director 
D.E. Holt

Engineering Manager 
J.B. Richardson

Environmental Sciences Manager 
M.G. King

Research Manager

Ms. Peggy Munsell 
EL PASO PLANT

Please find attached the analytical results for the bulk 
asbestos samples received 10/27/95 under Project No. ASB 1195.

The bulk asbestos has been analyzed by visual estimation based 
on EPA-600/M4—82-020 (Dec. 1982) optical microscopy test method.

I can be reached at Ext. 24 0 if you have any questions or 
comments.

T.J. Jacobi 
Chemist
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Asareo Incorporated 
P.OI Box 1111 
£1 Paso, Texas 79999

RE; ELECTRIC SHOP FLOOR MASTIC

LAS NO} SAMPLE NUMBER DESCRIPTION MATRIX FIBROUS . ASBE5TIFDRM

None Oetected Chrysociie 10-154

Method: Polarized light sicroscopy with Dispersion staining using Olytpus CH-2 Poloriied Light Microscope with McCrone 
Dispersion Staining Objective, standard error *- 1-104 * 254, 11-99 + 504 percentages bleed on visual voiuie procedure. 
EPA-S00/M4-S2-020 'Interis Method for the Detenaination of Asbestos in 8ulk Iisulstion Saaples'.

All Hicroscopists are graduates of McCrone Research Institute's 'Microscopical Identification of AsSestos*. Chicago, IU. 
Test report relates only to those itess tested. National Voluntary Laboratory Accreditation Prooras (NVLAP) tab ID 1870.
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