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INTER.OFFICE MEMO T E N 14 E C 0 CHEMICALS, INC
» • ,

SER 1 4 ^

To

From

Subject

H.B. Carr at Burlington date September 1J, 1972

H.R. Horton AT Burlington

Raw Materials Received Report 
Burlington Plant 
July and August, 1972

Copy to LS.
S ■ J *
F.W. 

- — R.D.
P . R. 
A.C.
M.C.
M.W.
Pile

Cole
Ilourihan
Kanzler
Richards
Scarito
Siegel
Spalding
Williams

Raw materials received other than MVC are listed in Table I.

MVC received from Tenneco is listed in Table II.

MVC received from suppliers other than Tenneco is listed in 
Table III.

i&jJsfer

H.R. Horton

Attachments (3). 
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TABLE I

Date Vendor
Lot No.
Car No. Material Specification Testing Disposition

7/7 Celanese CELX 5274 MVAc IS Approved

7/12 Hooker GATX 82622 TCE OS (Low R.I.)
(non-electronic 
grade)

Rejected. Returned 
to vendor.

7/15 American
Chemical

- TCE OS (off color) Rejected. Returned 
to vendor.

7/14 American
Chemical

- TCE IS Approved

T1 USI Chemicals ACEX 82985 MVAc IS M

7/19 Monsanto - Styrene IS tr

7/24 Harwick BG579-12 GE Antifoam 
(AF-60)

IS !T

7/51 Enjay - Tridecanol IS It

n Henkel N-6006 ' Avirol IS T1

8/1 Union
Carbide

RAIX 6062 MVAc IS tt

8/7 American
Chemical A

TCE IS ft

8/8 Union
Carbide

NATX 22570 MVAc IS rt

8/9 Henkel 8251 DHW-80 IS 11

8/15 Borden ACFX 12522 MVAc IS it

8/18 Harwick BQ 579-10 GE Antifoam 
(AF-60)

IS
■%

it
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Page 2 - TABLE I

Date Vendor
Lot No.
Car No. Material

8/18 Henkel 8508 DHW-80

8/22 Celanese CELX 2252 MVAc

tr Union
Carbide

RAIX 6209 MVAc

n Enjay - Tridecanol

8/25 Henkel 8539 DHW-80

8/26 Union
Carbide

RAIX 6209 MVAc

I

DispositionSpecification Testing

IS

IS

IS

Approved

TT

f?

IS

IS ST

IS TT
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7 X lO INCHES

KCtJPFEL ft ESSCP CO.

46 1240 n
MAor iw u j a. /

MON OMER SUMMARY

' 50 max. TABLE II
X = Average




