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follow' ng analysis result pertain to samples received 
All bulk insulation analysis is performed in accordance 

PA recommendations concerning analysis of bulk insulation 
solarized light microscopy.

ANALYSIS RESULTS

Sample #1

Phosgene Control Room 
Insulation-Steamline

IpE-Asbestos
(15$ Amosite) 

85$-Clay

Respectfully submitted.
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