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NATIONAL LOSS CONTROL SI ICE CORPORATION 

ENVIRONMENTAL SCIENCES LABORATORY, A-1 

vig Grove, IL 60049 • 312 | 540-2468

LABORATORY ANALYSIS REPORT

TO: Mr. Jimmie L. White
Celanese Chemical Company
P.0. BOX 509
Bay City, tx 77414

REPORT DATE:. MAY 2. 1977

SAMPLES REC'D: April 21. 1977

REQUEST NUMBER: 04383
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1-26-77 Asbestos <0. lr^
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2-8-77 * <0.2T

3-15-77 * 5.1 •

3-29-77 * <0.43
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4-13-77 * 0.75

COMMENTS:

* Asbestos Analytical Method« Phass Contrast Microsco?
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