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DATE: 27 April 1983

FROM: P. M. Connor

SUBJECT: Travelers Rest Machine Shop — Asbestos Air Sampling

There were "no visible fibers" detected in any of the three air samples 
taken in the machine shop at Travelers Rest.

The bulk sample analysis revealed chrysotile asbestos fibers to be well 
distributed throughout the spray-coated wall materials.

Since the wall coating material is flaking in most locations, I still believe 
there should be cause for concern.
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Paul M. Connor
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REQUEST FOR TECHNICAL SERVICE

APR 2 6 1983
■ REPORT~S~'* 698f6~r ‘:' ''

GROUP: BPD Manufacturing

DATE: 14 April 1983

CHARGE NO.: 1174_________________

REQUESTOR: Paul H. Connor ~

MARKETING OR MANUFACTURING AP 
T. E. Hamilton

APPROVED: 

PROBLEM TITLE:- Environmental Ealuation — Bulk Sample — Fibrous Materials

SIGNIFICANCE: The evaluation of workplace environment is necessary to comply
. ; with federal regulations.

SPECIFIC OBJECTIVE: Determine asbestos content of bulk sample.

SUGGESTED APPROACH: X-ray

DEADLINE (Last day information will be of value): 2 weeks

DETAILS OF PROBLEM: Please evaluate BS-1 (Bulk Sample) of spray coating
material from the Traveler's Rest machine shop wall.


