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BESIDUAL VC1 CONTENT OF FINISHED PVC PRODUCTS

Data Expressed in PPM VC1

pt-Amt. Avon Lake -

WEEK ENDING: 9-20-74

Resin Type
No. Data 
Points Average High Lov

102EP F-5 8 133.7 213.0 14.6

124 2 • 7.9 8.6 7.2

121 11 9.3 34.4 0.5

G-92 11 290.7 643.0 0.6

103EP F-76 37 37.9 162.0 4.5

WEEK ENDING: 9-27-74

G-92 20 140.9 > 527.0 0.4

103EP F-76 12 5.8 11.9 1.2

102EP F-5 9 152.4 > 653.0 0.1

121 22 14.6 36.0 0.4

130X17 4 3.0 3.3 2.6
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RESIDUAL VC1 CONTENT OF FINISHED PVC PRODUCTS

Data Expressed in PPM VC1

PLANT: Louisville

WEEK ENDING: 9-20-74

No. Data
Resin Type Points Average High Low

<5-92 9 1.0 2.0 0.0

103EP 14 162.2 574.0 20.0

1Q3EP F-76 6 37.1 79.0 7.0

126 2 11.0 14.0 8.0

135 4 1.2 2.0 1.0

202 7 2885.1 5280.0 1972.0

300X6 3 92.3 123.0 39.0

443 6 1137.3 1704.0 348.0

603X560 12 0.0 1.0 0.0

WEEK ENDING: 9-27-74

G-92 5 8.6 39.0 0.0

103EP 13 213.3 662.0 10.0

103EP F-76 5 12.8 36.0 4.0

135 13 9.7 24.0 2.0

202 5 2181.0 3886.0 465.0

300X6 • 2 42.0 49.0 35.0

421 2 1698.5 2283.0 1114.0

440X24 1 209.0 209.0 209.0

443 5 797.4 1317.0 194.0

603X560 9 0.0 0.0 0.0
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