
6042/6045/6072
WATERS NAVIGATED SINCE LAST DRV POCKING

EXTENDED PORT TIME

FOULING PERCENT PERCENT OLD PAINT
PERCENT TYPE RUST IN GOOD CONDITION

GENERAL
CONDITIONS BOTTOM 50 50

BELT
100 Moss 10 90

FOULING CLEANED BY:

j | SCRAPING 1 | BROOMS | | HOSING DOWN n Sandsweeping I ! NOT CLEANED

RUST REMOVAL BY:
(OTHER MEANS)

. [__] SCRAPING □ WIRE BRUSHING □ capping □ GRIT
WASHING

fin GRIT j I
1A 1 BLASTING l 1

(OTHER MEANS)
□ NOT CLEANED

CONDITION OF BOTTOM BEFORE PAINTING------------ClO&B D^y.

I F WO I AFT
LIGHT LOAD LINE DEEP LOAD LINE

1 FWD I AFT

STATE FOR EACH COAT APPLIED MEANS OF 
APPLICATION

QUANTITY WEATHER
COATS PAINT NO. AND TYPE FROM TO

i 6120 Touch-Up Keel LLL Spray 200 Good

i 6073 Full Keel LLL Spray 380 Good

soH
3 6074 Full Keel LLL Spray 365 Good

o Turn of
m 4 6072 Bilge LLL Spray 215 Good

5

6

1 RUST-BAN 193 T.U.

l

!j
.

Rail 200 Good

1 2 EE-6566 Touch Up LLL Rail 220 Good1 3 EE-6591 Full LLL DLL 200 Good

A EE-6597 Full DLL Rail 205 Good

EXX-MOR-008624



' ARRIVED DRY DDCIt

.Tinas 27. 1974 / /

.. . ...... ...... . . .........................................- . -.. -

PAJWT DELIVERED

( -193=200. EE-6566-300. .EE-6591/" 0. EF,-6597=2.15
DRY y

' Jur^. 28. 1974 / / AS-6B24=15, RB-200=200, TH-6868=150, TH-686?^15___________________
START

June 28, 1974 / / EX-6692-60, 6074=380, 6259=15, 6073=380, 6072=100, 6120=20
START PAINTING

July 1, 1974 / /
paint used

RB-I93“200, EE-6566-220, EE~6591=200, EE-6597-205
FINISH PAINTING

July 3, 1974 / / AS-6824=15, RB-200=170, TH-6863-150, TH-6862-15
VESSEL FLOATED

July 3, 1974 / / EX-6692=55, 6074=365, 6259-15, 6073=380. 6072=215. 6120=200. 7501
LEFT DRY DOCK

July 3. 1974 / /
PAENT RETURNED cj

Left over materials, held for Exxon Ttfashinefnn .
REMARKS {THINNERS USED, JF A-NY; APPEARANCE AFTER PAINTING; DEGREE DF CLEANING, ETC,}

EXX-MOR-008625


